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1480 Bukbusanup-Ro, Songak-Eup, Dangin-Si, Chungnam, Korea
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= Lot Total

#xx 15 73,928(Kg)  LotNo. : HSH-2001-+HVX01
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= Position — T:Top, M:Middle, B:Bottom
« Tensile test — Direction:Transverse, Gauge length:50mm (Round), YP Mtd : 2 (0.2% off-set),5 (0.5% underlead), U (Upper yield paint), L (Lower vield point)

* Division — P:Product analysis, L:Ladle analysis

« The plate is fully killed and fine grained steel. Basic oxygen process and Vacuum degassing process were applied.* This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED N ACCORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS

e S. 8. Tk

Chisf Of Qually Asstrance Team

# (AEY RolME

1 E HMB i YINE 2 2 ALS

Q] FMALRM(MAAMY BE ZEH2 e SE ARYULH HARMY WEE slijuzl DAEDM steistel £ UZUDH (https//smbyundai—steel.com/es/cmilooin,Jsp)

a).
steel.com/cs/em/floginzp) * ORcode scanner App @ 'QReal’

ornid BRI WdE & gyt

% [Caution for Use] Damags on preducts and safety problems may arise If used other than to the sbec stated I this M Test Certification,




