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MILL TEST CERTIFICATE | STEEL

BUMEL 8 BUN £Y& SFNYUE 10
1480 Bukbusanup-Ro, Songak-Eup, Dangin-Si, Chungnam, Korea

FeHz 3
Order No. :F260100191
R - HOT ROLLED STEEL PLATE AAA b pa sTEEL BHM HE . 50200401-PS-013-005
Commodity Customer Certificate No.
ﬁ_mﬁm . T ASTM A572-50/A709-50 oy : HYUNDAI CORPORATION LY AR 1 2020-04-01
Specification Contractor Date of Issue
el o EEdE o i&nr%_wﬁﬁ 000
3 map N B b Tersie Test Chemical Composiion(%s) 410000 5 <x 100.000
HEA UG sw@.mﬁ ».__uo_ﬂm HEHS 3 : :
S Qenty| (g | Heetho. | Rodwtho. 5t vo | s | B |walm | wm|wlglc|s|w|r|s]|o|nfalw|w|n]v[5
() (%) | ) | (%) | (%) i W 4 3 3 sl s el 32 sl slffa s
83.5% 1823 x 60%6 1l 5558 | R42019 FC19197902 T 4285|5780 26 U L |1,650] 343 |1,455] 142 | 34 3 1 21 0|1 34| 14]32)]3
P l1p4s| 38 |14650 121 | 30| 3| 1 | 18] 0|33 | 14|33 3
63.5 % 1829 x 6096 1 5568 | R42916 FC191gs1ot | T 4208|5633 0 U | L1530 336 |1440[ ts5) 42 | 3| 2 || 0| 34]|15]|33]|30
P 11,806] 339 |1,424] 145 3o 3 2 R 0 |3B]|15] 33|
63.5x 1823 x 6096 1 5558 | R42316 Fo19198102 T]4208]|5633| U L |1,630] 336 |1,440| 155 | 42 3 2 <] 0| 3] 15]33|3N
P 11,806] 339 |1.424]| 145 | 3B 3 2 lo|3B]|I5] 3B R
63.5x 1829 x 606 i 5558 | R42921 FC19234802 T)4954| 6267 26 U L |1,666] 337 | 1,436 118 | 3 3 1 28| 03| 15333
P [1,750] 343 [1,448] 106 | 35 3 1 21 O | 34| 15383

#x b To@(044) +++ 4 22.232(Kg)
»»+ Condton of supply * Controled Rallng (Nomalzng Roling).

* Position — T:Top, M:Middte, B:Bottom
* Tensile test — Direction:Transverse, Gauge length:50mm (Round), YP Mtd : 2 {0.2% off-set).5 (0.5% underload), U {Upper yield point), L (Lower yield point)
= Division — P:Product analysis, L:Ladie analysis

m QO 2

kitied and fine grained steel. Basic oxygen process and Vacuum degassing process were appiied.* This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1

Sgretre
APlel HEE BAjS) 23X HE 200 PSSP, S. &, NV&V»

WE HEREBY CERTIFY THAT THE MATERAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS

+ The piate is fui

* B BMEBEME BED BREMBOME 32 ZWESY SHE JEYUY, HRPMO WEE BMUNY TUREHY YW E ¢ UGUC e/ smhyundai-stest com/cs/em/ogin.isp)
* This Mill Test Certificate s a copy that has bean printed from original electronic document{with digital signinp).

You arg able to check an original =lectronic document at hyundalst=el's customer portal{ hitp:/ hyundai-staslcon/csiom/iboin. Jsp) » JFcods soannrer App | 'GReat’
= (MBS FOM] B HMEYMN B2IH A3 2 ABA BESY W SHEY EHI YR ¢ USUO
* [Caution for Lise] Damape of products and safety problems may arise |F used other than to the spec sltated In this Ml Test Sertification,




