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MILL TEST CERTIFICATE STEEL

FENELE S BUN 245 BRNUE 1480

1480 Bukbusanug-Ro, Songak-Eup, Danglin-Si, Chungnam, Korea

FEAS :F200100191 .
Order No.
Z 4 . DAL . FEM BZ . =
3 :HOT ROLLED STEEL PLATE I PLESA STEEL 1 20200404-PS-016-005
Commodity (DFROLLED 'S Customer SAS Certificate No.
HE A 3 FEL . : ' gl o A} .
. CASTM A36 CHYUNDAI RPORATION 1 2020-04-04
Specification 5 Contractor i - © Date of Issue
. SPEE _ 2 aonr_‘oﬂ_%nﬁ 000
. " ., . 3 X1
< =a - 3 Tersle Test Chemical Compostion(%) 4 x10,000 5:x 100,000
| Weignt 1 = =
ST (g ]| Mt Sl |ms|alralm|wmiw|lglc|s|m|r|s]a|n|olmw|[w|n]|v]|%or
Mid :
(Nt} (%) | (%} (%) %) m 4 3 3 4 4 2 2 3 2 3 3 3 3 3
25.4x 1524 x60%6 1 1,852 | Ra2862 FC19008701 TJ307.3|4823]| 28 u L |1,681] 244 |1,030] 151 50 2 i 1 0 i 2 0 44 11,967
P 11,554 241 10150 133 39 | 2 1 2] 0 1 2 1 48
25,4 x 1524 x 609%6 1 1,882 | Raz2se2 FC19008901 T|3073]483| 29 u L [1,561] 244 |1,030| 151 | 50 | 2 1 11 0 1 2 0| 4 |1.967
P |1,594] 241 |1,0151 133 | 38 | 2 1 2] 0 1 2 1 48
25.4x1524 x 6096 1 1.852 | R4az2se2 FC19008903 T]307.3]|4823] 2 U L |1561] 244 11030 151} 80 | 2 1 ilil 0 1 2 0 | 44 |1967
P 11,584 241 |1,015] 133 | 38 2 1 12 0 1 2 i 48
254 %1524 x 6096 1 1,852 | Ra2s82 FC19008305 | T | 307.3]|4823| 29 u L |1,561| 244 11030 151 | 50 | 2 1 11 0 1 2 0 | 44 |1967
P 11,504] 241 |1,015) 133| 3 | 2 1 2] 0 1 2 1 48
25,4 %1524 x 6096 1 1,862 | R42862 FC19008806 | T | 307.3|4823| 28 u L [1,561] 244 11,030 151 | 0 | 2 1 11 Q 1 2 0 | 4 |1,967
P 1,504] 241 |[1,015] 133 | 38 2 1 12 0 il 2 1 48
w4 Qb To(008) »+» 5 9.260(Kg)
*x% Condition of supply : As—Roled #+*
1th:200mm (Rectanguiar), YP Mid © 2 {0.2% ofi-set),5 (0.5% undericad), U (Upper vield point), L (Lower yield point)
N s
(o}
1
E
» The piate is fully d and fine grained steel. Basic oxygen process and Vacuum degassing process were appiied.* This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1
Sgnatire
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WE HERERY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED M ACCORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS
Chief Of Qualty Assurance Team
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* This Mill Test Certificats Is a copy that has bean printed m origingl electronlc documant{with digital signing).
You ars able to check an ariginal electronic document at b aisteel's customer portal{ nitpl//snnyundai—stee com/cs/cmliopin.jep) * CRcode scanner App @ "GRaal’
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* [Gaution for Usa] Damape on producis and safely problems mey =rise |t used other than to the spec stabed in Lhis Mil Test Cerlification. =




