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PoNo.  |sonsiacrzz INSPECTION CERTIFICATE PAGE 15781
Factory 63, Jungbong-Daero, Dong-gu, Incheon, S. Korea
L/C No. EN 10204(2004) TYPE 3.1 K
( ) Certificate No, [IH20190302652-5
Commodity H-BEAM Class certificate No,
Specification ASTM A572 G50/A992/CSA G40.21-13 50WM(345Wiv) Issue date 2019-03-14
Chemical Con sition Tensile Test Impact Test(L)
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24X12-3/4X104 40.00 FT| N 046399 15) 28305119 116 |98 (24| 8 [21]9 |2 |13|3|16]4a|s|m WM.W
24X12-3/4X104 4000 FT| N 046400 24) 45288(19 115 |96 {27 (11 (20| 8 [2 |16 2 24| 1 |12|m wm.m
24X12-3/4X104 40.00 FT| N 046401 201 37740018 |15 (96 {24 (10 (238 |2 13| 2 |14a] 2] 8|39 wm.m
24X12-3/4X104 40,00 FT| N 046402 8| 1509|1814 )96 2212|288 |2 1|2 [13]2 113 WM.W
24X12-3/4X131 40,00 FT|N 046367 3 7028120 |14 (97 |21 |10 (28 | 7 | 1 |13 | 5 [14| 3 | 14| a2 Ww.m .
24X12-3/4X131 40,00 FT{N 046368 24| 5702418 (15|95 (19| 4 |26 7 101139 Wm_m m.mmw
24X12-3/4X131 4000 FT| N 047097 2 475219 [17 (95 f20 8 [20f 7 [ 2 {11 |4 |13] 1 ]|10]a0 260 | 0232
24X12-3/4X131 40.00 FT|N 047100 6f 14256/19 (17 |92 1226 |25] 8 [2 |9 |3 (13|21 |13 me m.ww_m
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24X12-3/4X207 40.00 FT| N 044638 2 7512118 (17 (111} 24 [ 12 (26 (12| 2 |15 3 [14| 3 | 11| 43 il by
2412-3/4%207 40,00 FT| N 045919 2 7512014 (14143131 6 (177 |1 |02 |a|3]3s]|a Wm.w m.wuw
 SUBTOTAL i e 2 106 224,613 . e e | S nees NEAT amepes
Note
(1) Ceq: (CE= n+§5\m+nﬂ\m+<\m+20\m+z_\um+nE.Hmv
(2) Gauge length : 200 mm
(3) YR = Y.5/T.S
WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE . < \ﬁ h&
ABOVE SPECIFICATION AND ALSO WITH THE REQUIREMENTS CALLED FOR THE. ABOVE ORDER,
= General Manager of QA Team
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