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1480 Bukbusanup-Ra, Songak-Eup, Dannjin-Si, Ch
T e F190700141
Orcier No.
& d : {HOT ROLLED CARBOMN STEEL PLATE AL : Wﬁ.& ue 120190731-PS-007-037
odily Customer Certificate No.
A | ASTM A36 FEX . LYUNDAI CORPORATION i :2019-07-31
Specification Contractor Date of Issue
SIEAE EHaME ) m.,ioonrrﬂ_.._%m__ .
I i W Tersle Test Cherical Compostion(%e) 4:%10.000 5 x100.000
Weioht Heal No Prodluct No. = Sal
(Kg) ; Sl w78 | B |WERAIYR| e |2]C|S|M Pls|a|N|c|Mlm|m|lyv]|Z|oR
(/) (95) %) | (%) o m 4 3 3 4 4 2 2 3 2 3 3 3 3 3
12,7 % 238 x 6006 1 1,482 R20347 FC11700003 T 301.3] 4601 30 U L [1,504] 176 | 870 | 143 | 59 2 1 22 0 1 2 1 24 (1772
P ]1,400| 166 | 869 | 124 | 55 2 1 21 0 1 2 1 22
12,7 x 2438 x G006 1 1,482 | R20347 FC11700004 T1301.3]| 4601 30 u L [1,504] 176 | 870 | 143 | 59 2 1 2 0 1 2 1 24 (1,772
P 11,490 166 | 869 | 124 | 55 2 1 21 0 1 2 1 22
12,7 % 2438 x 6006 1 1,482 | R20347 FCI1700005 < | T | 301.3 | 460.1 30 u L |1.504| 176 | B70 | 143 | 59 2 1 22 0] 1 2 1 24 1,772
P 1,490 166 | 869 | 124 | 55 2 1 21 0 1 2 1 22
1 1,482 R20347 FC1 1700006 T | 301.3]460.1 30 U L [1.504] 176 | 870 | 143 | 59 2 1 22 0 1 2 1 24 | 1.772
P |1.490| 166 | B&9 | 124 | 55 2 1 21 0 1 2 1 22
1 1,482 | R20347 FC700007 T 301.3] 4601 30 u L |1,604] 176 | 870 | 143 [ 59 2 1 22 0 1 2 1 24 |1.772
P |1.490]| 166 | 863 | 124 | 55 2 1 21 0 1 2 1 22
127 % 2438 ¢ 6006 1 1,482 | R20347 FCI700101 T|307.5]| 4663 2 U L [1.,504] 176 | 870 | 143 | 59 2 1 22 0 1 2 1 24 |1,772
P |1.490] 166 | 869 | 124 | 55 2 1 21 0 1 2 1 22
12.7 % 2438 x 600G 1 1,482 | R20047 FC11700102 T|3075) 4663 29 u L |1.504] 176 | 870 | 143 [ 58 2 1 2 o] 1 2 1 24 11,772
P 11,490 166 | 869 | 124 | 55 2 1 21 Q 1 2 1 22
1 1,482 | R20347 FC11700103 T]3075])4663| 29 u L |1,504( 176 | 870 | 143 | 59 2 1 22 0 1 2 1 24 [1,772
P 11,490 166 | 869 | 124 | 55 2 1 21 Q 1 2 1 22
200mm (Rectangular), YP Mid © 2 (0.2% off-set),5 (0.5% underload), U (Upper yield point), L (Lower yield point)
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. iy killed and fine grained sleel. Basic oxygen process and Vacuum degassing process were applied.+ This Mill Tes! Cerlificate is issued in accordance with EN 10204 Type 3.1
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED N ACCORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS
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5208 AEUD, BX

DA BEIsHY S UELCH(httol//smhyundal—steel.com/cs/cmAogin. jsp)
th tal sioning),
sm.hyundai—stesl.com/csfemfloginjsp) % QRcode scanner App : 'OReal’




