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MILL TEST CERTIFICATE

QEMEL : EY BHA S5 BENER 1480
14560 ssanup-Ro, Soncak-Eup, Danggin-&1, Chungnam, Korea
CF190700141
: HOT ROLLED CARBON STEEL PLATE 24K} SEM UL 55490731 -ps-007-064
Customer Cerlificate No.
: 2%t el 2l x| :
TASTM A3G ' HYUNDAI CORPORATION 12019-07-31
Contraclor Date of Issue
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- 19,05 x 2438 ¥ 6% 1 2.222 R159246 FEG5414101 T12878|4523| 3 U L [1,542| 189 | 898 | 121 | 44 2 1 18 0 0 2 1 30 [1.823
P |1,535] 195 | 883 | 112 | 42 2 1 18 0 1 2 1 29
3 % 2038 x GO 1 2,222 | R19246 FB65414102 T|2878(4523] 3 u Lo [1,542] 189 | 898 | 121 | 44 2 1 18 0 0 2 1 30 (1,823
P |1.635] 195 | 883 [ 112 | 42 2 1 18 0 1 2 1 29
10,05 « 2435« 600G 1 2,222 A19246 FEG5414103 Tlesrs|abz3| 3 u L |1.542| 185 | 898 | 121 44 2 1 18 0 0 2 1 30 |1.823
P 195 | 883 | 12| 42 2 1 18 0 1 2 1 29
W3 B0 1 2222 R19246 FESSA14104 T|2878] 4523 31 u L |1.542] 183 | 898 | 121 44 2 1 18 0 0 2 1 30 [1.823
P 11.535) 195 | 8383 | 112 | 42 2 1 8 0 1 2 1 29
1 2222 R19246 FB65414105 T|2878] 4523 31 U L [1,642] 189 | 898 | 121 44 2 1 18 0 0 2 1 30 |1.823
P 11,535| 195 | B83 | 112 | 42 2 1 18 0 1 2 1 29
1 R10246 FES5417201 T|2878 (4523 3! U L j1,542] 189 | 893 | 121 44 2 1 18 0 0 2 1 30 (1,823
P 11,535] 185 | 883 | 112 ]| 42 2 1 18 0 1 2 1 29
2222 | R19246 FBA5017202 T|2678|4523| 3 u L 11,542] 189 | 898 | 121 | 44 2 1 18 0 o] 2 1 30 [1.823
P[1.535] 195 [ 883 | 112 | 42 2 1 181 0 1 2 i 2
2222 R19246 FEGSA17203¢ | T | 2878|4523 31 u L |1.542) 189 | 89@ [ 121 a4 2 1 18 0 0 2 1 30 (1,823
P |1,535] 195 [ 883 | 112 | 42 2 1 18 0 1 2 1 28
2, B:Bolfom
Gauge length:200mm (Rectangular), YP Mtd @ 2 (0.2% off-set),5 (0.5% underload). U (Upper vield point), L (Lower yield paint)
Ladie analysis
p
E
ined steel, Basic oxygen process and Vacuum degassing process were applied.= This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1
Sigrature
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS
Chie! Of Qualty Assurance Team
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,_wa If used o:Eﬁ ﬂj: to the spec stated in this Mill Test Certification.
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