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MILL TEST CERTIFICATE

Xituo,Zhenhu Road,Hudai Industry Park,Binhu District

Wuxi city,214116,Jiangsu Province,China
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Tel :( 0510)83070810 Email:zxm@awxhytg.com

) (ACCORDING TO EN10204 3.1)
VBT A ; ; " it i k454 W& Jrik m4,
i R OVANNESMANN NAL (IK)- LINITE X140930-04 | WeAER o S
CUSTOMER 4 SAIGITTER SAINESMANN. INTERNATIONAL(IK): LINITER CERTIFICATE NO. R0 MAKING METHOD HOT RGLLED
b€ A PRIME SEANLESS CARBON STEEL PIPE NORM NACE PO NO SMHK-CAN-14- 1144 HARE A&
DESCRIPTION BLACK LACQUER COATING, CAPS ON BOTH ENDS, BEVELED ENDS ) ) DELIVERY CONDITION AS-ROLLED
FERATR TAE & [ 5 AT Y, ~
PRODUCT SEAMLESS CARBON STEEL PIPE CONTRACT 'NO. e HEAT TREATMENT
A bidH = iip T E
SCTRIENTION ASTM A53/A106/APT 5L PSL1 Rt B/X42 ARG TSR 2014. 10. 10
e 508mm BEE 12, 7mm KF e BEEE 7 KRB 84n HER (M) -
0.D. 20" W. T. SCH 30 | LENGTH TOTAL PIEGES (PCS) TOTAL METERS TOTAL WEIGHT (TONS) ’
1 # 124 % FEERRY) €:9)
_ CHEMICAL COMPOSITION Norn-Metallic Inclusions (Grade)
FE | &k b X o | % it g2 | % | % | W ! % £E < I - - O I Tl A B c D
NO. | WORK NO. | HEAT NO. PCS C Si Yn P S Cu | Ni | Cr | Mo v B Nb | Ti Bi As
Max | 0.28| - 1.06 [0.0300.030{ 0.40 | 0.40 | 0.40 | 0.15 | 0.08
Min - | 01002 | - - - - - - -
1 | XM14589345 | T52813 7 | H | 0.21 | 0.24 | 0.51 |0.014]0.015|0.011 |0.006 | 0. 006 | 0. 003 | 0. 003
k% TENSILE TEST kil IMPACT TEST TGRS SARES
PREE GAUGE LENGTH (50.8mm) Aw (J) N.D.E. METALLOGRAPHIC EXAMINATION
*2 . - .
FJJ_:B% w3 |TUHBE T.S. \FERRFREE V.S, [4fHKE E.L. | RE2IEEE TEMPERATURE OF TEST W% KRR
g MPa *4  MPa A% 10X 10X55 (20°C) HARDNESS TEST | HYDROSTATIC ) s e BRAAR SRR
NO. TEST ?ﬁf&fﬁfﬁ ﬂﬁﬁmﬁ MICROSTRUC- €:9) )
Max ~ - - 1 9 3 AVG o - TURE _|_GRAIN SIZE.
Hin 415 290 29.5 TUBOS Y BARRAS HUECAS DE
- MEXICO, S.ADECV.
1 8 / o /330 /32 %*ﬁ ,3. PLESA ANAHUACY CIAS
L 485/48 320 33 & - - & -— — = :
' GOOD GOOD pEra Lt
SEFR F “t% B . 2 i e o L o5 (] JR sk
VISUAL & DIMENSION GOOD FLATTENING TEST BENDING TEST GOOD EXPAND TEST Intg .Corrosion Test 33/08/2018
HFF F1. H: HEAT (LADLE) ANALYSIS: P: PRODUCT ANALYSIS. 2. WHR~F SIZE : £KJZH:STRIP T X 38. lmm, A prome
» NOTES 3. IR92J7() ORIENTATION : L=%L1% LONGLIYUDINAL. *4, SY=0. 2%0FFSET. 4 PEDIDO :
£ HEREBY CONFIRM THAT OUR PRODUCTS ARE MADE WITH MATERIALS WHICH ARE FREE FROM RADIATION CONTAMINATION S TE.
CANTIDAD : 12.00 MTS.
I Ty . 45 5 s
pmp | E YLARETIF N, MK EARESIE . BE. WM, FHGHREAE SR, m*fpgc‘?m EPi+
.S[;;,’éy:m I HEREBY CERTIFY THAT THE MATERTALS DESCRIBED HEREIN HAVE BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTE —~
© 777 [[N ACCORDANCE WITH THE CUSTOMER’ S SPECIFICATION (S), AND THAT THEY SATISFY THE REQUIREMENTS.

WUXI FIUAYOU SPECIAL STEEL CO., LTD 1S THE MANUFACTURER OF THE MATERIAL
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