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THOT ROLLED CARBON STEEL PLATE T2 K} : = 1 20190830-P5-052-016
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{Nfran) (36) %) (26} b, Md m 4 3 3 4 4 2 2 3 2 3 3 3 3 3
R20527 FB55942507 T 34644835 24 U L 11,483] 204 | 874 | 161 53 2 1 17 0 1 1 1 27 11,764
P (1571] 198 | 874 | 156 | 49 2 1 19 0 1 2 1 27
R20027 FESS042001 T 3464 4835 24 u L [1,483[ 204 | 874 | 161 53 2 1 17 0 1 1 1 27 1,764
P 1571 198 | 874 [ 156 | 49 2 1 19 0 1 2 1 27
.35 % 2438 x BI06 1 741 R20027 FEG5042002 T]346.4 | 4835| 24 u L [1.483[ 204 | 874 | 161 53 2 1 17 0 1 1 1 27 |1,764
P [1.571] 198 | 874 [ 156 | 49 2 1 19 0 1 2 1 27
{ v 1 1 s R2027 FEGA042003 T 4835 24 8] L1483 204 | 874 | 161 53 2 1 17 0 i 1 1 21 1764
F 11571 108 | 874 | 156 | 49 2 1 19 0 1 2 1 27
[ 1 R20027 %..Imse T 3464 | 4835 24 U L |1.483| 204 | 874 | 161 53 2 1 17 0 1 1 1 27 |1.764
P {1571 193 | 874 | 156 | 4D 2 1 19 0 1 2 1 27
[T R2 T 1 741 R20027 FBEA5342005 T 34644835 24 u L [1,483[ 204 | 874 | 161 53 2 1 17 0 1 1 1 27 |1,
P 1571 198 | 874 | 156 | 40 2 1 19 0 1 2 1 27
4 1 741 R20027 FBA5242006 T|346.4 (4835 24 u L |1.483] 204 | 874 | 161 53 2 1 17 0 1 1 1 27 |1.764
P 1571 198 | 874 | 156 | 49 2 1 19 Q 1 2 i 27
.35 1 74l Rz20027 FB65942007 T 3464|4835 24 U L |[1.483| 204 | 874 | 161 53 2 1 17 0 1 1 1 27 11,764
P 1571 198 [ 874 | 156 | 49 2 1 19 0 | 2 1 27
- v, BBallom
e langth:200mm (Rectangular), YP Mtd - 2 (0,2% off-set).5 (0.5% underload), U (Upper yield point), L (Lower yield point)
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2. Basic oxynen process and Vacuum deg: g process were apphed.+ This Mill Test Cerlificate is issued in accordance with EN 10204 Type 3.1
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WE HERERY CERTIY THAT THE MATERAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS
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