HAFS o A L HYUNDA

MILL TEST CERTIFICATE . STEEL
DUNYL : 2 QTN EUF SLNHE 180
R, Songak-Eup, Dangin-Si, Chungnam, Korea

F1a0700141

HOT ROLLED CARBON STEEL PLATE s SEMUE . 50190830-PS-052-030
Cuslomer Cerlificate No.
DASTM A3G FeA {HYUNDA| CORPORATION A :2019-08-30
Caonlractor Date of Issue
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i 1 3 741 R222ia FEGGAB5202 T13432|47786] 26 U L1515 215 [ 891 | 118 | 52 2 1 26 0 1 2 1 32 11,800
P |1.503| 208 | 882 | 93 51 2 1 21 0 1 2 1 3
1 74l R22274 FEGGAB5203 T| 3432|4776 26 u L [1515] 215 | 691 | 118 | 52 2 1 26 0 1 2 1 32 |1.,800
P |1603] 208 | 882 | 93 | 51 2 1 21 0 1 2 1 33
i W NG 1 711 R22274 FEGGAB5204 T | 3432|4776 26 U L |1515] 215 | 891 | 118 | 52 2 1 26 0 1 2 1 32 11.800
P 1,503 208 | 882 | 93 51 2 1 21 0 1 2 1 33
(3,45 % BOOE 1 M R22274 FBE6485205 T 3432|4776 28 u L [1.5150 215 | 83 [ 118 | 52 2 1 26 0 1 2 1 32 |1,800
P (1,503 208 | 882 | 93 51 2 1 21 0 1 2 1 33
) AT % GOOG 1 7 R22274 FBEAGABS206 T|3432| 4776| 26 u L [1.515] 215 | 891 | 118 | 52 2 1 26 0 1 2 1 32 [1.800
P 11,503 208 | 882 | 93 51 2 1 21 6] 1 2 1 33
.05 X G0 N R2E274 FEGHABL207 T|3932| 4776 26 u L [1,515) 215 | 891 | 118 | 52 2 | 26 0 1 2 | 32 1,800
P 882 | 93 51 2 1 21 0 ! 2 1 33
G0 B GO 1 R22274 FEG6485301 T 3432|4776 26 u L 11,5150 215 | B91 | 118 | 52 2 1 26 0] 1 2 1 32 (1,800
P 11,503 208 | 882 93 | &1 2 1 21 0 1 2 1 33
i < 1 741 R22274 FREG185302 T 3432|4776 26 u L |1.515] 215 | 891 | 118 | 52 2 1 26 0 1 2 1 32 [1.800
P 11.603] 208 | 882 | 93 | & 2 1 21 0 1 2 1 33
se. Gauge length:200mm (Rectangular), YP Mid © 2 (0.2% off-set),5 (0 5% underload). U (Upper vield point), L (Lower yield point)
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Basic oxygen process and Vacuum degassing process were applied,+ This Mill Tesl Cerl 18 issued in accordance with EN 10204 Type 3.1
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T HFERERY CF ¢ THAT THE MATFRIAL HAS BEEN MADE AND TESTED IN ACOQRDANCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS . & &
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