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+ Position — T:Top, M:Middle, B:Bottom
+ Tensile test — Direction:Transverse, Gauge length:50mm (Rectangular), YP Mtd : 2 {0.2% ofi-set),5 {0.5% underload), U (Upper yield point), L (Lower yield peint)
+ Division — P:Product analysis, L:Ladle analysis
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDAMNCE WITH THE ABOVE SPECIFICATION AND THE REQUIREMENTS
Chief Of Quality Assurance Team

# 2 HASYAME HEQ MARM(MAMY HE Zg)28EH S AIZYUC, HAEME HES BIUHME OME0AM 205t 5 AUSUY.(http//sm.hyundal—steel.com/cs/cm/login.lsp)
% This MII Test Certificate is a copy that has been printed from original electronic document(with digital sigring).
You are mu_m to check an orlainal electronic document at hyundaisteel's customer portal.( http.//sm.hyundai—steel.cocm/cs/cm/loainjsp) #* QRcode scannsr App | 'QReal’
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+ [Caution for Use] Camage on products and safety oroblems may arise if used other than to the spec stated in this Mil Test Certification,




