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_Hydiostatic Tensike Properties(Gage Length : 2 inch) Hardness Test Hardness Test & OWN Impact Test OWIT Test( T)
= — Test -
TYPE TOTAL Tensie Stength Yield Y/R Max. OWN Impact Test('C) 0
oF SIZE . WBGHT | giam Spec. Base | Wed | Stength | Rae | EL Vale Absorbed Ereylo) Fhea|  SheaAweal’%)
No. PIPE OUT-DIAXTHICKX LENGTH HEATNo.  [Pressure[Time %2 Area
o (212 xEHx201) ¥2| wmPa | MPa | MPa | % % |%3 iy ] 1] 2] 3 [aw [ ! 2 [ an
Vin a5 | 415 | 2@ el
*1 =) a) ™M PSl  |SEC— gee —
Max, Criteria : In the case of 10x10)
1 EB BE 16" X 0312 " X 6,150 M 73 37814 485.85 SQE9B7 | 80 | 5 T 47 64 288 Y
2 EB BE 16" X0312" X 6,150 M 57 27283 35055 suizate | &0 | 5 T| 4 477 2% M
TOTAL 136 65,007 8364
Cherrical Composition(%) 2:x100 3% 1000 4:% 10000 Zn-Coaling Test HC~Test HIC Test Remak
Mn CM3 . | Copper Suifate | Colapse SSC - =
ISpec. (e} S x7 P s CQu Ni cr | Mo Y ¥10 Zn Codling Test Pressye | CLR | CIR | CSR Tost *i?)Typao(ppe.end(E*c
No.|  HeatNo %al 2 | 2 | 2 | 3| 3|2 2]2]3]3]3 Tie |Res|  psi % | % | % EBERW Back BEBevel End
] #¥2) L: Longiucing), T: Transverse
Diedlel %3) B: Base, W: Weki Line, H Heat Affeclsd Zone
Mex. 20 120 50 | 45 | 40 | 40 | 40 | 150 | &0 | 1000
: B (Tl I (77 S B ! %4) H: Heatl adke) Aralyss, P: Produdt Analysis
069937 % 7) For each reduction of 0.01% bebow the specified C max.
P 7 L& %5 12 5 2 ! e 2 1 51 i an increase of 0.06% Mn above the specified max.
pluv|m|s|uls]z21]2]2]1]as wilbe pemnited up b ameax, of | 65%
2 | Sz Hf 18 | TR | 4| 10| 3 ' %10) CM3=CuHOHMoHY
Pl 18| 1 71 B3] 4 2 1 3 2 2 | e ¥ SPEC YEAR — ASTM AS3(2012ED)
Pl |m|a|B|a]2]|1]a]o2 62
1
Non-Destucive Test Fattering / T
Hed Tredment o Test Visual & Dimension !
GOOD GOOD GOOD GOOD )

! 2SS 2y 20 gAUUSS BEe T
WE HEREBY CERTFY THAT MATERIAL DESCRIBED HEREIN HAS BEEN ACCEPTED IN ACCORDANCE WITH THE PRESCRIBED SPECIAICATION AND ORDER.
« 2 2MZUMO B FRBC| ASA| RIS SH D LA & OH, ZAISBH 21 MEA ASH AXE EOI2IS D514 & ASLICH
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