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COMMODITY(HIZS!) : ERW, CARBON STEEL PPE EN 10204 TYPE 3.1 — 2004 SMTE :gﬂ%!%v%l 22 °§BE§ 05 )
—— : N 708, Yeompo-ro, Buk-gu, Ulsan, Korea
SPECFICATION(HIZ 72!) . ASTMAS3E CUSTOMER(T124 Ab): AlFEIAHF)
-
s Hydrostatic Tersik ProperlesGage Length 2 nch) Hardress Test Hardness Test & OVN Impact Test DWIT Test( C)
TYPE | TOTAL Test Tensie Strength Yied YR Max. CW Impact Test('C)
oF SZE PCS WEGHT LBVGTH 1Spec. Base Wetd Strengith Rae EL Vale oe) Sheat Shear Area(%)
No.|  PPE OUT-DIAXTHICKXLENGTH HEATNo,  [PressurelTime ®2 > Aea
S (21 xS THx20) ¥2| MPa | MPa | MPa | % | % |x3 ¥a|. [ 1|2 ]38 [amfeg| 1 [ 2|
Min a5 | 415 240 2 Speima
1 =) {Ka) M PSl |SEC— S —
Max. Ciiteria © In the case of 10x 10)
V| eseE 10" X 0.500 " X 6150 M 19 95%6 11685 PE2I9 | 1950 | 5 T| a0 | 531 413 Py
TOTAL 19 9526 11685
Chemmical Compostion(%6) 27100 3:x 1000 4 X 10000 Zn-Coding Test HC-Test HIC Test P—
Mn [&Y3) . | CopperSufate | Colapse SS.C. = =
Spec) cls|glr]s|a|n|a|w|v|Fe 2n Coating | “PPS Prsre | R | CR | CsA Lot =T ofppoend@®)
No.| HealNo xa4| 2 2 | 3|3 |z2]z2lz2]|3]|3]3 Te |Realt| e % | % | % EC o BE Benibnd
Mn %2) L: Longitudinal, T: Transverse
Mex. 0 120 | 50 | 45 | %0 | 40 | 4 | 150 | 80 | 1000 ziﬁm‘w@'iwmedwz.m
N T r6 52 k=05 M6 gpm? 7) For each recicton of 0101% below he speciied G
of 0.01% max,
P g ! e 1 7 ca L ) 2 e 8 anincrease of 0.06% Mn above the specified max.
ple |1 | |i2]ls]|z2]1|3]lz2]2]6e A
¥ 10) CM3=CUHNHCHMOHY
¥ SPEC YEAR — ASTMAS3(2012ED)
Non—Destructive Test Rattening / X .
Heat Tredment L Bendng Test Visual & Dimension ‘
GOOD GOOD GOOD GOOD
=2 HE2 e 20 S ASE FSSLICL
WE HEREBY CERTIFY THAT MATERIAL DESCRIBED HEREN HAS BEEN ACCEPTED IN ACCORDANCE WITH THE PRESCRIBED SPECIFICATION AND ORDER.
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* This Mill Test Certificate is a copy that has been printed from original electronic document(with digital signing). |

You are able to check an original electronic document at hyundaisteel's customer portall http://smbyundai—steel.com/cs/cm/login.jsp) * QRcode scanner App @ 'QReal’




