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19.05 x 2438 x 6036 1 2,222 | RO2451 FC05582002 T |31 4628] 30 U L |1,599| 200 | 830 | 136 | 67 3 1 30 0 1 2 1 28 |1,849
P 1,736 209 | 933 | 140 | 66 3 1 27 0 1 2 1 27
19,05 x 2438 x 6026 1 2,222 | R02451 FC05532003 T|3021|4626| 30 u L |1,593| 200 | 890 | 136 | 67 3 1 30 0 1 2 1 28 |1,849
P |1,736) 209 | 933 | 140 | 66 3 1 27 0 1 2 1 27
19.05 x 2438 x 6096 1 2222 | R02451 FC05592004 T|3021|46286| 30 U L {1,583 200 | 830 | 136 | 67 3 1 |0 1 2 1 28 1,849
P |1,736] 209 | 933 | 140 | 66 3 1 2T 0 1 2 1 27
19.05 x 2438 x 6096 1 2,222 | R02451 FC05592005 T|3021)|4626| 0 U L 1,599 200 | 830 | 136 | €7 3 1 30 0 1 2 1 28 1,849
P [1,736)| 208 | 933 | 140 | 66 3 1 27 0 1 2 1 27
19.05 x 2438 x 6096 1 2,222 | R02451 FC05592006 Ty3021|4626| 30 U L [1,589] 200 | 890 | 136 | 67 e 1 |0 1 2 1 28 11,849
P {1,736 209 | 933 | 140 | 66 3 1 27 0 1 2 1 27
19.05 x 2438 x 6096 1 2222 | R02451 FC05598901 T|2996]|455.7| 31 ] L {1,599 200 | 890 | 136 | &7 3 1 30 0 1 2 1 28 11,849
P |1,736| 209 | 933 | 140 | 66 3 1 27 0 1 2 1 27
19,05 x 2438 x 6096 1 2,222 | R0z451 FC05598002 T|299.6|455.7| 31 U L (1599 200 | 890 | 136 | 67 3 1 30 0 1 2 1 28 (1,849
P |1,736] 209 | 933 | 140 | €6 3 1 27 0 1 2 1 27
19.05 x 2438 x 6096 1 2,222 | R0O2451 FC05538903 T]209.6|455.7| 31 U L (1,599 200 | 890 | 136 | 67 3 1 30 0 1 2 1 28 |1,849
P (1,736 209 | 933 | 140 | 66 3 1 27 0 1 2 1 27
* Position — T:Top, M:Middle, B:Bottom
= Tensile test — Direction:Transverse, Gauge length:200mm (Rectangular), YP Mtd : 2 (0.2% off-set)},5 (0.5% underload), U (Upper yield point), L (Lower yield point)
N |* Division — P:Product analysis, L:Ladle analysis
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T
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* The plate is fully killed and fine grained steel. Basic oxygen process and Vacuum degassing process were applied.* This Mill Test Certificate is issued in accordance with EN 10204 Type 3.1
Signatire
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WE HEREBY CERTIFY THAT THE MATERIAL HAS BEEN MADE AND TESTED IN ACCORDANCE WITH THE AROVE SPECIFICATION AND THE REQUIREMENTS ) . :
Chief Of Quality Assurance Team

* 2 HABUAME HRe MXN2M(TUIMY B Z22HE S AIBYULC HASM WSR2 MUY DUTRUM MUY & ASLICH(http://sm.hyundali—steal.com/cs/cm/login.isp)
* This Mit Test Certificate (s a copy that has been printed from original electronic document(with digltal signing).

You are able to check an original electronic document at hyundaisteel's customer portal.( http://sm.hyundai—steel.com/cs/cm/login.jsp) * QRcode scanner App : ‘OReal’
* (AR FoAR] 2 AMBYAM YII8 R 2 AIRA NESY ¥ Y SHIOt WY & S
* [Cautlon for Use] Damage on products and safety problems may arise If used other than to the spec stated In this Mill Test Certification.




