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CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE
( M&lucui‘o Fecha de emision ([Date of invoice)
15/07f2019
Av, Adolfo Loper Mateos 1220, Col. Margarita Rdz Salazar, San Nicolas de tos Garza N L
Codigo Postal / Postal Code: 66479 Telefono / Phone number: +52(81)8158-0300 www.maquilacero.com
Codigo de chiente /iCustomer D} Cliente /{Customer) Factura / {invoice Num.) A774
ABINSA S.A DEC.V.
Direccion / (Address) Av. Adoto Lopez ‘Mateos 1220 SAN NIGOLAS DE LOS GARZA Ni. Mexico Pedida/
BEsteatandyEoosgraeto) 7va Avenida 140 PARQ IND MTY Parque Indusirial Montoray APODACA N | 7o de comera
B6E00
No. Lote
" e - o
Part (item ) Descripcion / (Descrigtion) Cantidad/ {1 i o Colada (heat) ASTM Qiirica Prueba de Tension
Quantity Compasition)
Number}
Resistemcia a
C Mn P S Cedencia {a Tencion * {% Elong. Dureza
PRNGOO6000T7 122N PTREXSC-3/16, 12.20 MTS 21.58 TON - 1842459 A-S00 GRADO B 0.089 | 0.44 | 0.005 | 0.002 57 66 8 B0
PRNG00GO0ZS0122N PTREX6C-1/4,12.20 MTS 9.03 TON < 1842459 < AS00GRADOB 0.089 | 044 | 0.005 | 0.002 57 66 » 80
-
Certificamos que ¢l {al descrito satisface las especificaci requerkias. La composicion quimica son transcripcion de los certificados del
Proveedor de acero.
We certify that the above described materiai the reguired spacifications. The . o is ription from the mill test certificate. of the steel supplier.
NOTE: NINGUN PRODUCTO HA SIDO PROBADO HIDROSTATICAMENTE. NONE OF THIS PRODUCTS HAVE BEEN HYDROSTATICALLY TESTED. NO WELD REPAIR WAS MADE IN ALL THIS ITEMS. Quality Lab.
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