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FACTURA #/ INVOICE #

FECHA / DATE | .

AP00021343

18 / Ago /2020 |-

ORDEN CLIENTE / CUSTOMER PO

30122; i
- W%
ANALISIS QUIMICO >
MECHANICAL ANALYSIS
Paguels id / Codigo producto / Descripcion del Material / Rollo # / Colada #/ ASTM Estandar / i
Buridla id Producto Code Material Descripction Coll # Heat # ASTM Standard %C % Mt %P1 %S I
-
0051360520 [H10300300610250NCS CUAD. 3'X3" 6.10M CAL. 0.250" NEG. PA791520GS 10 ASTM A 500 GRADE "A" E S
> 2003262600 0.046 0.175 | 0.0040 | D.0020)
0051369530 |H10300300610250NCS CUAD. 3"X3" 6.10M CAL. 0.250" NEG. [2A791520GS 100 ASTM A 500 GRADE "A" 2
y 2003262600 0.046 0.175 | 0.0040 | 0.0020
0051360536  |H1030Q300610250NCS CUAD. 3"X3" 6.10M CAL. 0.250" NEG. [2A791520GS10 ASTM A 500 GRADE "A" 1"
2003262600 0.046 0.175 | 0.0040 ] 0.00201 |
0051369619  |H10300300610250NCS CUAD. 3"X3" 6.10M CAL. 0.250" NEG. PA791520GS10( ASTM A 500 GRADE "A" 3
2003262600 0.046 0.175 ] 0.0040 | 0.00201 \
0057369670 |H10300300610250NCS CUAD. 3"X3" 6.10M CAL. 0.250" NEG. 2A791520GS1008 ASTM A 500 GRADE "A" -
2003262600 0.048 0.175 | 0.0040 | 0.00204 »
0051369673 |H10300300610250NCS CUAD. 3"X3" 6.10M CAL. 0.250° NEG 2A791520GS100 ASTM A 500 GRADE "A" i
2003262600 0.046 0.175 | 0.0040 |0.002014 *
0051377119 |H10300300610250NCS CUAD. 3"X3" 6.10M CAL. 0.250" NEG. [2A791520GS100 ASTM A 500 GRADE "A" 3
2003262600 0.046 0.175 | 0.0040 |0.0020.
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