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* APM Division de: IMSA-MEX, SA DE CV
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TEST CERTIFICATE No. MTY 533970

* Reference: Miprcertie.Rpt
Date: 16 Dec 2003
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Ship from:
APM Division de: IMSA-MEX, SA DE CV 4 P/ONo. GTA-10/03
Churubusce #1000 S/ONo. MTY 51503/2

Col. Santa Fé

Monterrey, Nuevo Leén 64540
Tel. 8329-5000 Fax: 8329-5024

Sold to:

GRUPO INDUSTRIAL ACERERO. SA DE CV

B/LNo. MTY 511261/1
InvNo. MTYVY

(742) Ship to:
GRUPO INDUSTRIAL ACERERO. SA DE CV

AV. BAJA CALIFORNIA # 255 EDI-A FRANCISCO VILLA # 27

DEP. 501 COL. HIPODROMO CONDESA

COL. JARDINES DE XALOSTOC

DELEGACION CUAUHTEMOC. MEXICO D.F.
RFC: GIA-971119-FV5  CP 06140 ECATEPEC. EDO. DE MEX

Shp. 16/12/2003
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CERTFICATE OF ANALYSIS AND TEST Cert. No. MTY 533970

R.C.TEMP.DEC.ACEIT.O.M. SAE-1006
GaN 2.03 mm x Ancho 1220 mm (GaN 0.0800 in. x Ancho 4800-1006 in.)

RD1448106
Heat Properties Tag Pcs. Weight
0312525 649051F 1 4010 RR0z-£ 7
HRB=61/APRO=<JUG>/
THICKNESS=2.0610 /'
0312525 649051G 1 3,675 BROE -B
HRB=61/APRO=<JUG>/
THICKNESS=2.0610
0312525 649051H 1 4,505
HRB=61/APRO=<JUG>/
THICKNESS=2.0610
00042796 650819G 1 5,100
¢ HRB=65/APRO=<JOE>/MILLS=<0000000050>/
THICKNESS=2.0540
| 4 '| 17,290' ;
Wl
Heat **%% Chemical Analysis ****
0312525 C=0.057 Mn=0.2 Si=0.0187 P=0.0072 $=0.0048 Al=0.0532 "
C00042796 C=0.06 Mn=0.21 P=0.004 S$=0.006 Al=0.05

___sion Module




