Division Aceros Planos
Ave los Angeles Ote, #325 C.P. 66452

TR

CERTIFICADO OFICIAL/
MILL TEST CERTIFICATE

San Nicolds de los Garza N.L México Tel. + 52 81 BBBS-2828
Cliente/Customer  [PLESA ANAHUAC, 8.4, DE C.V, g No. Cert: 748370 s ot
Direccion/Address |Av, VALLE DE LAS ALAMEDAS # 66-4 5 ] O g Pag./ Page: 1 Regiliice parks0 002
TULTITLAN, EDO. DE MEXICO L DefOf: 1
Cliente/Customer Pedide/ Fecha/Date Remision/
Nimero/Code Pedido/Contract Mill Order Emision/Printed Reimpresian/Reprinted Delivery Order
GOSES03 0.C, 10000015 128593 18- MAR -2004 28- MAR -2004 (607405889
Part/ Espesor/Thickness Ancho/Width Largo/Length Producta/ Acab./ MNorma Calidad/ Recubrim./Coating
item i in mm in 1 in Product Finish Quality A B
41} 3.04 0.1196 914 36,000 0,000 (000 RCD DE SAE1008
Secuencia | Coil Number 123092-000 123092-0110) 123095-000 [23095-010
Partida / ltem 01 01 {1 il
Colada / Heat 15864 15864 15864 15864
Colada/Heat 15864
o o060
Min i S8
B 007
5 0.3
Y Analisis Al 0034
Quimico
LI-LS Real
% Chemical
Analysis
LL-UL Actual
i
(+) Secuencia Comparera/Partner Coil ING. FIDEL UATARDO
Fecha:  03-Jul-1993 {LL-UL) Lower Limit - Upper Limit
REVISION NO.S CVE F-E-CP-10-03-05 (LI-LS) Limite Inferior - Limite Superior JEFE DE CERTIF j_&fﬁér PRODUCTO
PRODECY CERTIFICATION
U607 405850

EFECTIVO A PARTIR DE: IULIO 2003

www livlsamex.com.mx




