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JOINT STOCK COMPANY "ALCHEVSK IRON & STEEL WORKS"

94202 r.Anyesck, yn. Wimuara, 4

Ten. : (06442) 9-23-14

thakc: (06442) 9-43-47, 3-71-47

84202, Ukraine , Alchevsk , Schmidt str. 4,
Tel: (06442) 9-23-14
Fax:(06442) 9-43-47, 3-71-47
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3ABOICKOWN CEPTUGUKAT KAYECTBA Ne 71363 [ara 25 05.04 Nuct u3 nuctos
MILL'S QUALITY CERTIFICATE Ne - Darte o Sheet 1 of 1 sheets
CBUAETENLCTBO O NPUEMOMHbLIX UCNBITAHNAX
Inspection certificate EN 10204/3.1.B
KoHTpakt Ne 2000-20//1ncr- 3asoackon 3aka3s Ne 175
Contract Ne 026/0109-0y-997 Manufacturer's production order N2 —
3akasuuk: Kopnopauus 'UHaycTpuanbHelit Cotos [JoHbacca ' (UCJ)
ans dupmbl "Qydepko CA"
Customer: Corporation " Industrial Union of Donbass " for firm" DUFERCO SA*"
BaroH Ne 56384605 LOT 3
RW-car Ne¢
HaumeHoBaHue ToBapa: ropsyexaraHblil CTanbHOW NUCT C CraHpaprt:
o6pe3aHbiMK KPOMKaMM Standard:
Description of goods: hot rolled steel plates with sheared ASTM A36/A36M
- edges : ASTM AB/ABM
apka cTamm
Grade of steel ASTM A36 nnockocTHocTb 1/2 ASTM A6/AG6M
PRIME HOT ROLLED ALLOYED STEEL PLATES WITH BORRON CONTENT 0.0015-0.0030%
CocrosHue nocrasku: ropsyexaraHbiit '
Delivery condition: hot-rolled
Ne Homepa Homepa Pa3amepbl, MM KonuuecTso TeopeTudeckun
nosuy. | nnasok napTui Dimensions, mm TOBapa, BeC,TH
TonuwuHa WupuHa Anuna wr/mecT Theoretical
ltem | CastNe | TestNe | Thickness Width Length Quantity/pcs weight,tn
15 01895 2155 9.53 2438 6096 12 13,344
17 01895 2156 15.88 2438 6096 2 3,706
17 01895 2154 15.88 2438 6096 3 5,559
17 1485 2160 15.88 2438 6096 1 1,853
16 1485 2159 12.7 2438 6096 4~ 5,928
15 01901 2167 9.53 2438 " 6096 21~ 23,352
17 01901 2170 15.88 2438 6096 4 /7 7,412
15 02900 2171 9.53 2438 6096 1. 1,112
]
Total quantity -(pcs). ~« 48 Total theoretical weight (tn) : 62,266
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Steelmaking process : open hearth furnaces. Mill's quality certificate Ne 11363
Homep - XuMudeckun cocras, % Chemical composition, %
nnasku C | MnTsi S | P Cr !l NiTcuT T Al | NT V] Mo| Ti [ As | Nb | B
Cast Ne X 100 X 1000 X 100 X 1000
01895 15 80 22 33 13 4 3 4 5 8 <8 <20 5 6 <8 21
01901 16 90 23 40 16 5 3 2 5 8 <8 .| <20 5 5 <8 2.8
02900 14 82 22 37 15 3 3 2 5 8 <8 <20{ 5 5 <8 | 2.4
1485 18 80 24 26 9 6 4 7 16 8 <8 <20 5 5 <8 22
PE3YNbTATbI  UCMBITAHUM "TEST RESULTS
UcnbiTaHue Ha pacTskerue u YA3pHbIA U3rnd Tensile and impact test :
Pa3mepeol 1=(j) Oxeprun ypapa KU
obpaaua Ov6op obpaaya Tem- | Npe- | Mpe- | Otwoc. Cyxe- Impact energy
nepa- | aen aen Hue [2=(i/sm*) YAapHas esskocts KCU U3rn6
Ne D.m. of Specimen Typa yANY- Impact strength
napTuu specimen Teky- | npoy- | Hewue 3=(%) Bonoxnucrasn cocrasnaowan
venw- | vectn | HocTu Fibrous appearance
Tonwu- | wupu- | Mecro,| Han- | Mono- | Tanmii 4= L:fgg:::b
Ha Ha pasne | xeHue Yield | Ten- | Elon- Re-
Hue Test | point, sile | gation | duc-
tion
test thick- | width, | Loca | Direc | Posi tem- stre- Bend
Ne ness, mm tion tion tion pera- ngth of
mm ture Reh Rm, |Lo=200]| area z
%) c° Mpa | Mps % % 3Havenus Values
1 2 3 In
2155 9.53 40 T +20 | 315 | 456 | 27.0
9.53 | 40 T +20 | 323 | 478 | 25.0
2156 15.88( 40 T +20 | 308 | 444 | 24.0
15.88| 40 T +20 | 310 | 442 | 26.0
2154 15.88| 40 T +20 | 294 | 435 | 27.0
15.88| 40 T +20 | 300 | 446 | 28.0
2160 15.88| 40 T +20 | 306 | 435 | 26.0
15.88 40 T +20 | 302 | 434 | 25.0
2159 12.7 40 T +20 | 318 | 459 | 235
12.7 40 T +20 | 326 | 478 | 25.0
2167 9.53 40 T +20 | 303 | 453 | 24.0
9.53 | 40 T +20 | 313 | 474 | 250
2170 16.88] 40 T +20 | 284 | 451 | 25.0
15.88( 40 T +20 | 279 | 448 | 26.0
2171 9.53 40 T +20 1 294 | 475 | 25.0
9.53 40 T +20 | 296 | 485 | 23.5
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