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YKPAUHA é O A O ANYEBCKWUW METANNYPIMYECKUA KOMBUHAT"

UKRAINE JOINT STOCK COMPANY "ALCHEVSK IRON & STEEL WORKS"
9502
94202 r.Anyesck, yn. lmuara, 4 94202, Ukraine , Alchevsk , Schmidt str. 4,
Ten. : (06442) 9-23-14 Tel: (06442) 9-23-14
daxc: (06442) 9-43-47, 3-71-47 Fax:(06442) 9-43-47, 3-71-47
3ABO/ICKOW CEPTUGUKAT KAYECTBA Ne 71439 Aara 26.05.04 Nucr w3 nuctos
MILL'S QUALITY CERTIFICATE Ne - Date Sheet 1 of 1 sheets
CeunaetensCTso 0 NPUEMOYHBIX UCTIbITAHUAX
Inspection certificate EN 10204/3.1.B
KoHTpakT Ne 2000-207/1ncr- 3aBopfckoin 3aka3s Ne 4175 ]
Contract Ne 026/0109-0y-997 Manufacturer's production order Ne —=
3akas3uuk: Kopnopauus 'MHaycTpuaneHeiin Cotos [Jonbacca ' (UCJ)
Ana cdupmsbl "Oycdepko CA"
Customer: Corporation " Industrial Union of Donbass " for firm" DUFERCO SA "
Barox Ne 66707928 : LOT 3
RW-car Ne
HaumeHoBaHve ToBapa: ropsiveKaTaHbifi CTanbHOW NIUCT Crangapr:
06pe3HbIMN KPOMKaMU Standard:
Description of goods: hot rolled steel plates with sheared ASTM A36/A36M
- edges ASTM A6/ABM
apka cranu ’
Grade of steel ASTM A36 nnockocTHocTb 1/2 ASTM A6/A6M
PRIME HOT ROLLED ALLOYED STEEL PLATES WITH BORRON CONTENT 0.0015-0.0030%
CocTonHue noctaBku: ropAveKaTaHbiii
Delivery condition: hot-rolled
Ne Homepa Homepa PaamMepbi, MM Konuuecrtso TeopeTnyeckuia
nosuy. | nnasok napTui Dimensions, mm ToBapa, BEC,TH
TonwuHa Uupuna Onuxa wrr/mecr Theoretical
Item Cast Ne Test Ne Thickness Width Length Quantity/pcs weight,tn

20 01900 7046 254 1829 6096 7 15,561

21 2490 7071 25.4 2438 6096 3 8,889

21 01899 7062 254 2438 6096 4 11,852

21 01899 7000 254 2438 6096 5 14,815

20 01900 7046 254 1829 6096 2 4,446

15 02900 2171 9.53 2438 6096 27 2,224

16 5381 | 2245 12.7 2438 6096 3. 4,446

.
Total quantity (pcs): 26 Total theoretical weight (tn) 62,233
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Beinnaska : MapTeHoBckuit cnoco6 npouasoacTsa. 3aBoackol cepTucuxaT kadecrsa Ne

Steelmaking process : open hearth furnaces. Mill's quality certificate Ne 11439
Homep Xumuueckuit cocras, % Chemical composition, %
nnasku CanISi S | P CrlNi]Cu AIINI \' lMoITi[AsleIB
Cast Ne X 100 X 1000 X 100 . X 1000
01899 17 89 23 29 8 3 3 4 5 8 <8 <20} 5 5 <8 | 2.1
01900 18 92 26 27 8 3 6 2 5 8 <8 <20 5 6 <8 2.1
02900 14 82 22 37 15 3 3 2 5 8 <8 <20 5 ) <8 24
2490 17 94 24 36 12 6 3 4 18 8 <8 <20 5 6 <8 25
5381 17 101 25 36 21 10 5 6 19 8 <8 <20 5 8 <8 26
PE3YNbTATbHI  UCNLITAHWUA TEST RESULTS
Hcnbitatue Ha pacTaxenue u YAAPHLIA UIrnG Tensile and impact test
Pasmepu 1=(j) Oneprus ypapa KU
obpasya Or6op obpasua Tem- | Npe- | Npe- | Omvoc. Cyxe- Impact energy
nepa- | gen aen Hue |2=(j/sm?) YAapHan BRakocTs KCU Uarvb
Ne D.m.of . Specimen Typa yanu- Impact strength
napTu specimen Texy- | npou- | Henue 3=(%) Bonoknucran cocrasnsiowas
UCNbl- | YecTu | Hoctu _?z:::;?“'a"“
ToNww- | wupu- | Mecto,| Han- | Nono- | Tanwii 4=
H:‘ H: pasne | xexue Yield | Ten- | Elon- Re- Hardness
Hue Test | point, sile gation | duc-
tion
test thick- | width, | Loca | Direc Posi tem- stre- Bend
Ne ness, mm tion tion tion | pera- ngth [o=200] of
mm ture Reh Rm, |Lo*=50]| area z
@ c° Mpa | Mpa % % 3Havenus Values
1 2 3 Zn
7046 2125 T +20 | 323 | 435 | 36.0*
125 T +20 | 294 | 426 | 34.0*
7071 2125 T +20 | 293 | 457 | 28.0*
2125 T +20 | 300 { 451 |27.0*
7062 2125 T +20 | 272 | 447 | 30.0*
125 T +20 | 280 | 448 | 30.0*
7000 125 T +20 | 353 | 466 | 28.0*
125 T +20 [ 348 | 451 | 26.0*
7046 D125 T +20 | 323 | 435 ] 36.0*
2171 9.53 40 T +20 | 294 | 475 | 25.0
953 | 40 T +20 | 296 | 485 | 235
2245 12.7 | 40 T +20 | 303 | 460 | 26.0
127 | 40 T +20 | 303 | 458 | 24.5
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