NUCOR

NUCOR STEEL TuscALOO5A, ING,

Mill TEST CERTIFICATE

1700 Holt Road NE
Tuscaloosa, AL 35404

THE MANUFACTURING PROCESS MOR HAS ANY MERCURY BEEN USED BY
THE MANUFACTURING PROCESS

CERTIFIED IN ACCORDANCE WITH "EN 10204 3.1.gv

[tems:

10 Pieces: 57 MNet Wt: 79190 KG
Fekode

indicates heats melted and manufactured in the U.S.A.
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EREBY CEARTIFY THAT THE PRODUCT
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"SRDER DESCRIPTION CUSTOMER  so1d to: DUFERCO STEEL INC Matawan NJ L o
A36, 0.6250 IN, 72.000 IN, 240.000 IN, 72.0000, 240.0000 Ship to: DUFERCO STEEL INC LAREDO TX —~—
QUALITY PLAN DESCRIPTION CUSTOMER ORDER NUMBER DATE
DISPO A36: ASTM A36 96/ASME SA36 96 1003010025 Prepared: 09/10/2005 12:42
Shipped | Is certified | Heat Number Carb| Mang | Phos Sul sil Copper | Nickel| Chrome| Moly Ch(Nb)| Van Al Ti N2 Ca B
Item by Sample
5H18488 U2048 ASUZ2068 *** 1016 0.88 0.012] 0.006} 0.06 0.21 0.08 0.05 0.024 0.000| 0.019| 0.028] 0.002{ 0.013] .0014|.0002 p.00B4
5H1848C ﬂm:mcbm ASU2068 *** | g 16 .88 0.012| 0.006] 0.06 0.21 0.08 0.05 0.024f 0.000| 0.019{ 0.028[ 0.002| 0.013] .0014).0002 [.0084
Charpy Tested at| Min Avg

Shipped Is certified | Heat Number Yield Tensile Elong % % Red Bend Hard Impacts Deqg. C Joules
Item by Sample MPa MPa 50mm 200mm area test T T2 3| Average
5H1848B SS5H1B4BFTT A5U2048 351.6 500.6 35.0
5H18488 SSH1B4ABMTT A5U2048 368.9 492.3 34.6
5H1848C SSHIB4BFTT ASU2048 351.6 500.6 35.0
5H1848C SS5H1B4ABMTT ASUZ2048 368.9 492.3 34.6
MERCURY HAS NOT COME IN CONTACT WITH THIS PRODUCT DURING
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“TriieF METALLURGISTY

Visit our website at www . NucorTusk.com




