HEIS TARRBERA AELA AR
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TAB OF QUALITY

CONTRACT NO.
’ﬁ .'!Z 'iiE H.E # £ & 0080838847 000010

B K (mm): 0.76*1219
Syt QUALITY CERTIFICATE R
b #E: 2014JX73/2012JX41/2013JX11 FEMATR: ARSIy BOE R (0 W
STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
A AV B LA A R BT AE 48 ) I e 1L B-K8185
CUSTOMER TRAIN NO.
W B E i RS A PR BT AR 2 7] (R s AT SR A D T I A 2201503200473
PURCHASER CERTIFICATE NO.
gp | TR ORE LIy %
bk % s 4 o 5‘; . W | E5 e CHEMICAL COMPOSITION
ROLLING NO, 7 GRADE SURFACE|SURFACE| ™
COIL NO. ) ANNEAL -
QUALITY| FINISH C Si Mn S P Als B

5PQ0107902 5Y223052P002 SAE1008B 9.99 D s 005 | 0020 | 0.17 | 0.008 | 0.019 | 0.028 | 0.0016

5PQ0108091 5Y223032P0Q1 SAE1008B 10.545 D 3 0.05 | 0020 | 0.16 | 0.008 | 0.015 | 0.029 | 0.0013

5PQ0108092 5Y223032P0Q2 SAE10088B 10.06 D 3 005 | 0020 | 016 | 0.008 | 0.015 | 0.029 | 0.0013

—_ e i i e fif % 180° %5 i il I PR E
AT k 0 HARDNESS
ROLLING NO. COIL NO. IS (MPa) | ¥3. (MPa) EL (%) BT non 0 kb Mpa
R Ra A50mm d=0a R
p0.2

5PQ0107902 5Y223052P0Q2 338 219 485 o

5PQ0108091 5¥22303zP0Q1 353 242 36.0 0

5PQ0108092 5Y223032P0Q2 353 242 36.0 0

{EF NOTE  |[YS=YIELD STRENGTH TS=TENSILE STRENGTH EL =ELONGATION B.T=BEND TEST
LG EIF I 524 Effective with quality prove seal.

B 2. ZE YR B AP SRR PR b HE RS AT R RS 5  we certify that the products have been produced and inspected according to standard and agreement.
REMARKS B AE5RF{S EN 10204:2004 3.1. Certificate according to EN 10204:2004 3.1
4. J\'Tj'{_\n‘f"’ﬁ‘ o Dimensions,tolerances on dimensions are in accordance with standard.
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