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CONTRACT NO. ii.E H H TAB OF QUALITY
A (mm): 0.91*1219 QUAL iITY OERTIFICATE & # 5 0080802886 000010
DIMENSION SYSTEM NO.
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STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
I A Y BN PR A R TR AE 4 il % 5. 3 B-K8160
CUSTOMER TRAIN NO.
BB A BN ERAE A R AR A o] Ui R A EB S B H B A A iE 2201411200050
PURCHASER CERTIFICATE NO.
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ROLLING NO. 2 GRADE SURFACE | SURFACE
COIL NO. (v ANNEAL| . ; [
QUALITY| FINISH C Si Mn 8 P Als B
4PB0417382 4Y78874ZP0B2 SAE10088 9.97 D s 0.04 | 0.030 | 0.16 | 0.009 | 0.014 | 0.024 |0.0012
4PB0A417512 4Y78870ZP0B2 SAE1008B 9.885 D s 004 | 0.030 | 017 | 0.009 | 0.017 | 0.025 |0.0013
4PQDA17502 4Y788712P0Q2 SAE10088 10.04 D s 0.04 | 0030 | 0.17 | 0.009 | 0.017 | 0.025 |0.0013
o %5 i Il % 180° 25 ih B Vi
a3 o 9 1 HARDNESS
ROLLING NO. ST 310, TS. (MPa) YS. (MPa) EL. (%) BT oo Fon FTikh -
R Ra A30mm d=0a R
p0.2
4PB0417382 4Y78874ZP0B2 328 47.0 0 198
4PB0417512 4Y78870ZP0B2 330 205 455 o]
4PQO417502 4Y788712P0Q2 330 41.0 0
TE NOTE  |YS=YIELD STRENGTH TS=TENSILESTRENGTH EL=ELONGATION B.T=BEND TEST
LA U T L. Effective with quality prove seal.
w2 2. 25 F WA = AR FE N A A SO A TR TS 8 . we certify that the products have been produced and inspected according to standard and agreement.
REMARKS  3IEF54F & EN 10204:2004 3 1. Certificate according to EN 10204:2004 3.1
4. K6 Dimensions tolerances on dimensions are in accordance with standard.
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