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STANDARD PRODUCT: Cold rolled low carbon steel strip TOTAL WEIGHT
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ROLLING NO. CO!L‘I:IO GRADE P SURFACE|SURFACE| "™
’ QUALITY| FINISH S C Si Mn S P Als Gr Ni Cu N
4PQ0168901 4Y292527P0Q1 SAE1008 6.035 D 3 004 | 002 | 0.20 | 0.004 | 0.015 | 0.022 | 002 | 001 | 0.00 |0.0025
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ROLLING NO. EO NG TS. (MPa) Y.S. (MPa) EL. (%) BT, o o HARDNESS P Mpa
R Rel A50mm
Rpo.2
4PQ0168901 4Y292522P0Q1 354 249 385 0
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R NOTE  |YS=YIELD STRENGTH TS=TENSILE STRENGTH EL=ELONGATION B.T=BEND TEST = =
LA U322 . Effective with quality prove seal. 3y
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REMARKS B UE45TF s EN 10204:2004 3.1. Certificate according to EN 10204:2004 3.1,

4. J\"ﬂ’ﬁ‘ﬁgro Dimensions,tolerances on dimensions are in accordance with standard.
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