HEBIS TIA%REERATRLS AT

HEBE| IRON & STEEL CO.,LTD. TANGSHAN BRANCH

B R

TG/CX-0-03-04(302)

I A 0000084500
CONTRACT NO. iiE B H TAB OF QUALITY
K (mmo: 1.52*1219 R A& H® 9. 0080803332 000010
BIENEIGH - QUALITY CERTIFICATE SYSTEMNG.
b i 2014JX073/2013JX11 PEGh AR A ELREREN A BOEE RE—T
STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
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4PQDA17942 4Y790622P0Q2 SAE10088 10.005 D S 0.04 | 0.030 | 016 | 0.008 | 0.015 | 0.028 |0.0012
4PQ0418261 4Y790652P0Q1 SAE10088 10.375 D s 0.03 | 0030 | 017 | 0.010 | 0.015 | 0.024 | 0.0012
4P00418262 4Y79065ZP0Q2 SAE10088 9.99 D s 0.03 | 0030 | 0.17 | 0.010 | 0.015 | 0.024 | 0.0013
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ROLLING NO. COIL NO TS. (MPa) | YS. (MPa) EL. (%) BT. Moo 90 K Mpa
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4PQ0417942 4Y790622P0Q2 336 43.0 o} 202
4PQO418261 4Y790652P0Q1 334 445 o] 208
4PQD418262 4Y790652P0Q2 334 445 o 208
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{EFE NOTE  |[VS=YIELD STRENGTH TS=TENSILE STRENGTH EL =ELONGATION B.T=BEND TEST
LG E T4 . Effective with quality prove seal.
B 2 28R A SRR AT N FR ARG A T S RS . We certify that the products have been produced and inspected according to standard and agreement,
REMARKS  34iE 595 & EN 10204:2004 3.1. Certificate according to EN 10204:2004 3.1
4. S Dimensions,tolerances on dimensions are in accordance with standard.
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