HEBIS TiagRiaReIEUS LR

HEBE| IRON & STEEL CO.,LTD. TANGSHAN BRANCH TG/CX-Q-03-04(302)

G AR 0000084500
CONTRACT NO. iE HH _q TAB OF QUALITY
MR (mm): 1.21*1219 QUALITY OERTIFICATE A& H 5 0080803334 000010
DIMENSION SYSTEM NO.
b HE: 20141X073/2013JX11 PR BRI LRI SO o W —T
STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
(A AV J LB kA T A BB BT 4 i) 7 g, 3 B-K8185
CUSTOMER TRAIN NO.
W TR f B BAE A BB ST A v) UL ARA R E R SERA @D TS 2201411200276
PURCHASER CERTIFICATE NO.
e FIOM | o R (%)
LRy % 1 5 wfi'r arER s | A5 ‘bU e CHEMICAL COMPOSITION
ROLLING NO. CO]L';JO GRADE e SURFACE|SURFACE M'JNEAI [
QUALITY| FINISH |1 C Si Mn 5 P Als B
4PQ0419471 4Y792282P0Q1 SAE10088 10.36 D S 0.03 | 0,030 | 0.17 | 0.010 | 0.015 | 0.024 | 0.0013
4PQ0419472 4Y792282P0Q2 SAE10088B 10.065 D s 0.03 | 0.030 | 0.17 | 0.010 | 0.015 | 0.024 |0.0013
P o P g Jek A e ficag 180° b Je R 3
45 v TS , : ; HARDNESS
ROLLING NO. COIL NO T.S. (MPa) YS. (MPa) EL. (%) BIT, Rap Yoo F A Mpa
Rm Ret A50mm d=0a
RDO.Z
4PQ0419471 4Y792282P0Q1 329 45.0 o} 205
4PQ0419472 4Y792282P0Q2 329 45.0 o} 205
H‘*‘% NOTE Y.5.=YIELD STRENGTH T.S=TENSILE STRENGTH EL=ELONGATION B.T=BEND TEST
LU TR Effective with quality prove seal
%iE 12 28 1E ) A SRR A AR S B E R BEA TR RS 38 . We certify that the products have been produced and inspected according to standard and agreement.
REMARKS  BiE 4§ EN 10204:2004 3.1. Certificate according to EN 10204:2004 3.1
L 4. )Qﬂ“’éﬂ‘#o Dimensions,tolerances on dimensions are in accordance with standard.
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