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CONTRACT NO. TAB OF QUALITY
A% cmm): 1.90%1219 QEL;A L % 1c‘=II_=_ERT Iﬂg c ATI E; R4S o 0080740581 000010
DIMENSION SYSTEM NO.
kr i ASTM AS68/A568M:1991a/2013JX11 /“dh ZFK: P ALAREEAN MOE 17.995
STANDARD PRODUCT: Cold rolled low carbon steel strip TOTAL WEIGHT
AN A B AR A AT SR S AT 45 1) 7 e 7L B-B9614
CUSTOMER TRAIN NO.
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PURCHASER CERTIFICATE NO.
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ROLLING NO. LT 5 GRADE (t) |SURFACE|SURFACE| ">
) QUALITY| FINISH ATNEAL] g Si Mn S P Als Cr Ni Cu N
4PB0164811 4Y28483ZP0B1 SAE1008 6.105 D s 005 | 001 | 017 | 0009 | 0013 | 0.023 | 002 | 0.00 | 000 0.0030
4PB0164812 4Y284837P0B2 SAE1008 6.12 D S 005 | 001 | 017 | 0009 | 0.013 | 0.023 | 002 | 0.00 | 000 0.0030
4PQD165633 4Y284847P0Q3 SAE1008 5.77 D S 005 | 002 | 016 | 0.010 | 0.015 | 0.022 | 002 | 001 | 001 0.0014
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ROLLING NO. COIL NO. TS. (MPa) YS. (MPa) EL. (%) B.T. ngy Foo e Tibh Mpa
Rny Ret A50mm
Rpo.2
4PB0164811 1Y28483ZP0B1 333 46.5 0 195
4PB0164812 4Y284837P0B2 333 46.5 o] 195
4PQD165633 4¥284847P0Q3 329 48.0 0 P 177
73
p L RRAS
TEFE NOTE _|YS=YIELD STRENGTH TS =TENSILE STRENGTH FL— =ELONGATION  B.T.<BEND TEST 1 =
LR U 5 4. Effective with quallty prove seal. =]
- A% 2. ZEUE W] A= SR AR N R A R CHEF 7S FRS S . we certify that the products have been produced and inspected according to standard and agreement, (l"}:éuf- 1
REMARKS 3.i[l{ﬂ% T EN 10204:2004 3.1, Certificate according to EN 10204:2004 3.1. u%t ﬁﬁﬁ%% SHAL
4. STk Dlmensmns Jtolerances on dimensions are in accordance with standard.
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