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STANDARD PRODUCT: Cold rolled low carbon steel strip TOTAL WEIGHT
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ROLLING NO. CO;I.:;IO GRADE prs SURFACE|SURFACE| "~
' QUALITY| FINISH ANNEAL C Si Mn S P Als Gr Ni Cu N
4PQO163233 4Y28367ZP0Q3 SAE1008 6.765 D S 004 | 002 | 017 | 0.008 | 0.014 | 0.024 | 002 | 001 | 001 0.0032
4PQ0163322 1Y28364ZP0Q2 SAE1008 6.87 D s 004 | 002 | 018 | 0.007 | 0.018 | 0.026 | 002 | 001 | 001 0.0012
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ROLLING NO. COIL NO. TS. (MPa) Y.S. (MPa) EL. (%) B.T. Hog Foo Rl Mpa
Rm Rel AS()mm B
p0.2
4PQ0163233 4[‘(283672POQ3 331 445 (o] 195
4PQ0163322 4Y283642P0Q2 335 45.5 (o] 201
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TERE NOTE  |YS~YIELD STRENGTH TS=TENSILE STRENGTH EL=ELONGATION B.T=BEND TEST = D=
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4. ‘j' ) Jf'ﬁ-e Dimensions,tolerances on dimensions are in accordance with standard.
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