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STANDARD PRODUCT: Cold rolled low carbon steel strip TOTAL WEIGHT
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ROLLING NO. CO[hL’;IO GRADE & SURFACE|SURFACE| "™
' QuaLiTy| Fivisu [ANNVEAL| o si | mn | s P | As | o | Ni | cu | N
4PQ0168192 4Y292197P002 SAE1008 6.92 D S 0.04 | 002 | 016 | 0.011 | 0.018 | 0.025 | 0.03 | 001 | 0.01 |0.0016
4PQO168261 4Y292172P0Q1 SAE1008 6.925 D s 005 | 002 | 016 | 0.008 | 0.016 | 0.025 | 0.02 | 0.01 | 0.00 |0.0018
4PQ0168262 4Y292172P0Q2 SAE1008 6.92 D s 0.05 | 0.02 | 0.16 | 0.008 | 0.016 | 0.025 | 0.02 | 001 | 0.00 |o0.0018
P oy BUh i it b i fifr i ° b Vi RS
R R HARDNESS ;
ROLLING NO. Ol N TS. (MPa) Y.S. (MPa) EL. (%) BT . oo P Mg
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4PQ0168192 4Y292197P0Q2 336 46.0 o) 200
4PQO168261 4Y29217zP0Q1 345 415 187
4PQO168262 4Y292172P0Q2 345 415 0
{EF NOTE  |Y.S=YIELD STRENGTH TS=TENSILE STRENGTH EL=ELONGATION B.T=BEND TEST
LICFTREUE I T 02, Effective with quality prove seal.
RIE 2. EUE AT Sl AR A H SR R B 30 AT AR B . we certify that the products have been produced and inspected according to standard and agreement.
REMARKS  BE45554 EN 10204:2004 3.1. Centificate according to EN 10204:2004 3.1.
4. J\’_."ﬁ'*‘# - _Dimensions,tolerances on dimensions are in accordance with standard.
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