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CONTRACT NO, - B =F; TAB OF QUALITY
R (mm): 0.76*1219 E\L % 1(%521- . Fﬂl CATE A8 0080741310 000010
DIMENSION SYSTEM NO.
ki #E: ASTM A568/A568M:1991a/2013)X11 =i @R il MOE 20.19
STANDARD PRODUCT: Cold rolled low carbon steel strip TOTAL WEIGHT
I AV o L R AR A AT SR B4R 43 1] T e W B-R1086
CUSTOMER TRAIN NO.
Wt o fir. JE LM AT R ST 2 o] LR A 3 B 5 55 A R A o] ) WE B A 2201405120853
PURCHASER CERTIFICATE NO.
| RWB| R HZZSY (%) ]
i/ eh L Jg S Cﬁ” SRR | g N“FIJ e CHEMICAL COMPOSITION
ROLLING NO. Hon. GRADE ()  |SURFACE|SURFACE| ™~
’ QUALITY| FINISH ANNEAL c Si Mn S P Als Cr Ni Cu N
4PQD168051 4Y292152P0Q1 SAE1008 6.93 D s 005 | 0.02 | 0.18 | 0.009 | 0.014 | 0.026 | 0.02 | 0.00 | 0.00 |0.0023
4PQO168052 4Y292152ZP0Q2 SAE1008 6.93 D s 005 | 002 | 018 | 0.009 | 0.014 | 0.026 | 0.02 | 0.00 | 0.00 |0.0023
4PQ0168163 4Y292142P0Q3 SAE1008 6.33 D s 0.05 | 0.02 | 017 | 0.008 | 0.017 | 0.024 | 002 | 0.00 | 0.00 | 00017
— S5 LIRS Ji e i K ° L B R SRIE
R 5y T . HARDNESS i
ROLLING NO. COIL NO L5 (MEa) YS. (MP) BL. (%) B.T. Hon 9 e b Mpa
R Rt A50mm .
p0.2
4PQ0168051 4Y29215ZP0Q1 344 46.0 o 208
4PQO168052 4Y29215ZP0Q2 344 46.0 o} 208
4PQO168163 4Y292147P0Q3 345 41.0
{EF NOTE  |Y'S=YIELD STRENGTH TS=TENSILE STRENGTH EL=ELONGATION B.T=BEND TEST
LT B UF W 55 4. Effective with quality prove seal.
2 2. ZEUE WA= R A I AR HERTRE G AT 4035 TR0 . we certify that the products have been produced and inspected according to standard and agreement,
REMARKS  B.uk 1545 {T EN 10204:2004 3.1, Centificate according to EN 10204:2004 3.1.
4. TR Dimensions, tolerances on dimensions are in accordance with standard.
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