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STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
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5PB0120251 5Y244197P0B1 SAE10088B 10.275 D s 0.04 | 0.020 | 0.17 | 0.008 | 0.016 | 0.028 | 0.0015
5PB0120252 5Y24419ZP0B2 SAE1008B 9,635 D s 004 | 0.020 | 017 | 0.008 | 0.016 | 0.028 | 0.0015
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5PB0120251 5Y244197P0B1 331 42.0 0 220
5PB0120252 5Y244192P0B2 331 42.0 o} 220
7EFE NOTE  [YS=YIELD STRENGTH TS=TENSILE STRENGTH EL=ELONGATION B T=BEND TEST
1 Uk I R 5 8. Effective with quality prove seal.
HE 2. ZEAE WA= SRR AR S AR HE R AP AT A AR 3% . we certify that the products have been produced and inspected according to standard and agreement.
REMARKS  B.E45%F {7 EN 10204:2004 3.1. Certificate according to EN 102042004 3.1,

4. T."ﬁ 1‘% - Dimensions,tolerances on dimensions are in accordance with standard.
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