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CONTRACT NO. - TAB OF QUALITY
DIMENSION SYSTEM NO
b HE: 2014JX73/2012)X41/20131X11 FEAEir: PN & OE R WA —T0
STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
AN A JEE 1Ly B 4 £ PR 5 A 4 ] 4 = 7% B-K8189
CUSTOMER TRAIN NO.
Q- A VA R B A R S A ] (EEERAE A D {11 D= 2201503210599
PURCHASER CERTIFICATE NO.
[ Ep—— 4 M
- Zjlﬁlﬁ 2}2[{1} b h2E R (%)
IR P R s B | P, CHEMICAL COMPOSITION
ROLLING NO. By GRADE : SURFACE|SURFACE| "'
COIL NO. . ANNEAL :
QUALITY| FINISH C Si Mn S P Als B
5PQ0109011 5Y223952P0Q1 SAE10088 10.855 D s 0.04 | 0010 | 017 | 0007 | 0.013 | 0.023 |0.0013
5PQ0109071 5Y22396ZP0Q1 SAE10088 10.865 D s 0.05 | 0030 | 017 | 0.005 | 0.011 | 0.022 | 0.0012
ek %0 P om A i RoE A fifi K 180° 5l i T R SR 1%
53 T . y HARDNESS z
ROLLING NO COIL NO. TS. (MPa) Y3 (MPa) EL. (%) BT na ro0 eIk Mpa
R Rt A50mm d=0a R
p0.2
5PQ0109011 5Y22395ZP0Q1 304 182 50.0 0
5PQ0109071 5Y22396ZP0Q1 317 50.0 0 193
R NOTE  |[YS=YIELD STRENGTH TS.=TENSILE STRENGTH EL=ELONGATION B.T=BEND TEST
LG IR %6 4%.  Effective with quality prove seal.
HiE 2. Z5AIE A = R A AT B HE D I BT I35 FKS 35 . We centify that the products have been produced and inspected according to standard and agreement.
REMARKS 3.3l 444 EN 10204:2004 3.1, Certificate according to EN 10204:2004 3.1.
H. Rtk Dimensions,tolerances on dimensions are in accordance with standard.
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