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STANDARD PRODUCT:  Cold rolled low carbon steel strip TOTAL WEIGHT
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ROLLING NO. K GRADE SURFACE| SURFACE| "
COIL NO. () ANNEAL 2
QUALITY| FINISH c Si Mn S P Als B
5PB0109252 5Y223272P0B2 SAE1008B 9.995 D s 0.05 | 0.020 | 0.17 | 0.006 | 0.014 | 0.025 |0.0012
5PB0109271 5Y22331ZP0B1 SAE1008B 10.285 D S 0.05 | 0.020 | 0.17 | 0.005 | 0.016 | 0.025 |0.0015
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5PB0109252 5Y22327ZP0B2 337 47.0 0 232
5PBO109271 5Y223317ZP0B1 340 228 42.0 0
7B NOTE  [VS=YIELD STRENGTH TS.=TENSILE STRENGTH FEL=ELONGATION B.T=BEND TEST
LGRS UM 54 . Effective with quality prove seal =
HE 2. 250F W A= B AR AR DS e I S0 UEAT ) S 35 . we certify that the products have been produced and inspected according to standard and agreement. (h)iij[{ 1=+
REMARKS Bk 455 EN 10204:2004 3.1, Certificate according to EN 10204:2004 3.1, - H}ﬁwgﬁg SHAL
N TJ’ ﬁ‘ffﬁ-o Dimensions,tolerances on dimensions are in accordance with standard.
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