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No./ Document number
0627118614

Cadigo cliente/ Customer ID Pedido No./ Sales order Orden de compra/ Purchase order
232500 0603334520 6933
Cliente/ Customer Remision/ Delivery
PLASA ANAHUAC Y CIAS. SA.DECV. 0627118614
AV. VALLE DE LAS ALAMEDAS 66 SN. FCO.
TULTITLAN, EDO. DE MEXICO
99999
Medio de Transporte/ Means of transportation
Ferrocarril
Descripcion de mercaderias/ Goods description
RFR
: Datos Generales / General Data
No. Rollo/Coil | Colada/Heat |Recubrimiento/ PesoMWeight Espesor/ Ancho/Width Largo/length Capal/Thickness
id. Coating Thickness mm
/in
kg I in mm m ft oz/ft2 g/m2
779225-000 98547 N/A 8020 17681 1.50/0.0589 48.11 1221.99 0 N/A N/A N/A
Datos Generales / General Data
Ne. Rollo/Coil | Colada/Heat TS/ST (1) |No. Parte/Part Descripcion/Description Norma de Grado/Grade
id. Calidad/Quality
Norm
779225-000 98547 N/A N/A N/A SAE1008 N/A

1. TS Tratamiento superficial, Aceitado, Sellade { ST Superficial treatment, Oiled, Stencited,etc
4. RB: Rockwell B

2. LE: Lim#e elastico / YP: Yield Point
5. LI/LL Limite Inferior  Lower Limit

3. RT: Resisiencia a la lensioén / TS: Tensile Strenght
6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments
N/A

CL/ID#

Certificamos que el material agui descrilo ha side insp por independiente del drea
de manufaclura con resuliados satisfactorios en concordancia oon Ia norma ariba descrita.
We here cedtify 1hat the material described in here has been tested and i harized p | indp 3 d

the manufaciuring depariment with Y resulls in accord: with requi of the above speci

from

Firma / Signature

ﬂ/é‘.

o

Ing. Antonio Mani
Ternium Labs

Dana 1 ~f "7
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MILL TEST CERTIFICATE
Fecha de Emisién/ Date of issue No./ Document number
(DMA) 72/11/200 0627118614

0627118614
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Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)

No. Rolio/Coil | Colada/ Cc Mn P b3 Al
id. Heat

779225-000 98547 0.060 | 0.200 | 0.005 | 0.010 | 0.047

1. TS: Tratamiento superficial, Aceitado, Sellado [ ST Superficial treatment, Qiled, Stenciled,etc
4. RB: Rockwell B8

2. LE: Limite elastico / YP: Yietd Point
5. LILL Limite Inferior / Lower Limit

3. RT. Resistencia a la tension/ T3: Tensile Sirenght
6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments C.lL/ID#
N/A
Firma / Signature
Cerlificamas que €1 material aqui descrito ha side i i ¥ ¥ por personal izade independiente del &rea ’
i Vi

de manufaclura con resullades salisfactarios ea concordancia con la norma amiba descrila.

We here certify that the material described in here has been lested and insp 1 by av indpandant from
the mar ing dep with satisfaciory resulis in accordance with requirernents of the above specification

Ing. Antonic Mani
Ternium Labs

[ BV s




