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CERTIFICADO DE CALIDAD | T
MILL TEST CERTIFICATE =~ " » -~ f

No./ Document number
703340

Fecha de Emision/ Date of issue
({DMA) 16/04/2010

703340

703340

Cdédigo cliente/ Customer D Pedido No./ Sales arder Orden de compra/ Purchase order
1269 130917 7975
Cliente/ Customer Remision/ Delivery ’
PLESA ClA 703340 '
AV. VALLE DE LAS % AMEDAS # 66-0 £0L. SAN FRANCISCO CHILPAN .
TULTITLAN
MX .
{ I Medio de Transporte/ Means of transportation
i . Triple eje con susp. de a '
Descripcidn de mercaderias/ Goods description .
ROLLO FRIO RECOCIDC '
Datos Generales / General Data
No. Rollo/Cail | Colada/Heal |Recubrimiento/ Pesoc/Weight Espesor/ Ancho/Width Largo/Length Capa/Thickness
id. Coating Thickness mm
/in .
kg Ib in mm m ft oz/ft2 g/m2
1387427AF EA101458 N/A 8916 19669 1.45710.0571 48.23 1225 N/IA N/A N/A N/A
- Datos Generales / General Data
No. Rollo/Coil | Colada/Heat TS/ST (1) | No. Parte/Part Descripcion/Description Norma de | Grado/Grade
id. Calidad/Quality
) Norm
13B7427AF EA101458 N/A ROLLO FRIO RECOCIDO SAE-1008 SAE J403 1008

2. LE: Limite elastico / YP: Yiekd Point
8. LILL Limite tnferior f Lower Limit

CLIID#

1. TS: Tratamiento superficial, Aceitado. Sellado / ST: Superdicial treatment, Oiled, Stenciled,etc
4. RB: Rockwell B -

3 RT. Resistencia a la tension / TS: Tensile Strenght
6. LS/UL Limite Superior / Upper Limit

Observaciones / Comments
NiA

Firma / Signature )
Certificamos que el material aqui descrito ha sido inspectionado y ensayade pod personal autorizado independiente del drea . .
de manufactura con resuftados satistactonos en concordancia con la noma amiba descrita .
Ve here certify thal the miaterial described in here has been tesied and mnspected by authorized personal indpendent from s
the manufacturing depariment with salk y results in dance with of the abova shecificalion
Ing. Antonic Mani
Temium Labs
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Calidad del Acero / Steel Quality (Propiedades Mécanicas Transversales)
No. RollofCoil | Colada/Heat LE/YP (2) % Elongacion / RT/TS (3)
* id. . Elongatidn %
- MPa KSI MPa KSI
1387427AF EA101458 254 36.9 35 355 51.5

Calidad del Acero / Steel Quality
No. Rollo/Coil | ColadafHeat | Dureza RB/RB Hardness(4)

id.
1387427AF EA101458 58
el s s D i Calldad del Acero / Steel Quality (Analisis QmmlcoIChemlcal AnaIysts)
<N0 Rollolle Mn P11 8 Al A4 B 5 Cu' | Ni Cr Mo \Y% Cb Ti B N .
. LLid.. . . j SRS SRV SO [ S [ EETRINIG P R i s ] PN (IO APUUT SR
138,74271\1: EA101458 0.0557|] 0.200 | 0.011 0 017 0.048 0.004 0.026 0.026 | 0.023 | 0.001 U 001 0.001, 0002 0 0.004

Notaé / Notes:

1. TS: Tratamiento superficial, Acetado, Seflado / ST: Superficial treatmen, Oiled, Stenciled.ete 2. LE: Limite elastico / YP: Yield Poimt 3. RT. Resistencia a ia tension / TS: Tensile Strenght
5. LIALL Limite Inferior / Lower Limit 6. LS/UL Limite Superior / Upper Limit

4. RB: Rockwell B

Observaciones / Comments CLID#

NIA i

] Firma / Signature .
Certificamaos que el material aqui descrio ha sijo insp ado y v dep e det area . .
demamhcmmwnresunadossatsladmnsenmmdammnlanmnaambadesmta .
We here certify thal the material deseribed in here has been fested and inspecied by authorized parsonal indpendent from s
1the manufacturing departient with satisfactory results in accordance with requirements of the above specification -

M . Ing. Antenio Mani
i~ Terniurn Labs.
Pama ? ~f 7




