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CERTIFICADO DE CALIDAD/
MILL TEST CERTIFICATE !

Fecha de Emisidén / Date of issue No./ Document number
{DMA) 05/06/2010 723818

723818

723818

Codigo cliente/ Customer D
1269

Pedido No./ Sales order
130849 7968

Orden de compra/ Purchase order

Cliente/ Customer

PLESA CIA

AV. VALLE DE LAS ALAMEDAS # 66-O COL. SAN FRANCISCO CHILPAN
TULTITLAN “
MX

54840

Remisidan/ Delivery
723818

Medio de Transporte/ Means of transportation
Triple gje con susp. de a

Descripcion de mercaderias/ Goods description
ROLLO FRIO RECOCIDO

1. TS Tratamiento superficial, Aceitado, Sellado / ST: Superficial treatmenl, Oiled, Stenciled.etc 2. LE: Limite elastico / YP: Yield Paoint
5. LI/LL Limite Inferior f Lower Limit

4. HRBW: Rockwell B tndentador de WC

Datos Generales / General Data
No. Rollo/Coil | Colada/Heat {Recubrimiento/ Peso/Weight Espesor/ Ancho/Width Largof/Length Capa/Thickness
id. Coating Thickness mm
{in .
kg ~ b in mm m ft - oz/ft2 gim2
1406016AE | WA4293327 NIA 5840 15099 3.43/0.1350 36.22 - 920 N/A N/A N/A N/A
140601BAF | WA4293327 N/A 6810 15033 3.43/0.1350 36.22 920 N/A N/A N/A N/A
[ Datos Generales / General Data
No. Rollo/Coil | Colada/Heat TSIST (1) | No. Parte/Part Descripcidn/Description Norma de Grado/Grade
id. Calidad/Quality,
Norm
1406016AE | WA4293327 N/A ROLLO FRIC RECOCIDO SAE J403 1008
1406016AF | WA4293327 N{A ROLLO FRIC RECOCIDO SAE J403 1008

3. RT: Resistencia a la tension / TS: Tensile Strenght
& LSAUL Limite Superior / Upper Limit

Observaciones / Comments
NIA

CLIID#

Cerificamos que & malerial aqui descrto ha $ido inspeccionado y ensayado pot persenal autonzado independiente del area

de manufactura con resullados satisfactonos en concordancia con fa norma amba descnta

Propiedades Mecanicas bajo las normas ASTM EB, E18, ES17. E646, EN-10002, segun requenmeento y pesc de capa bajo ASTM ASO
We here certfy thal the malerial descnibed in here has been tested and inspecied by authonzed persenal indpendent from

the manufactunng department with satisf; results n accordance with requirements of the above specification

Mechanical Properties as ASTM E8, E18, E517, EG46. EN-10002, as required and coating weighl with ASTM ASC

Firrha f Signature

[ P

Ing. Antenio Mani
Ternium Labs

Dana 1 nf 7
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Calidad de! Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)
No. Rolle/Coil {| Coladal C Mn P s Al Si Cu Ni Cr Mo \ Cb Ti N
id. Heat
1406016AE |[WA4293327| 0.050 | 0.210 { 0.017 | 0.007 | 0.045 | 0.010 | 0.001 { 0.020 | 0.010 | 0.001 | 0.001 | 0.001 | 0.001 | 0.003
Calidad del Acero / Steel Quality (Andlisis Quimico/Chemical Analysis)
No. Rollo/Coil | Colada/ C Mn P s Al Si Cu Ni Cr Mo v Cb Ti N
id. Heat
1406016AF |WA4293327] 0.050 § 0.210 { 0.017 | 0.007 | 0.045 | 0.010 ] 0.001 | 0.020 | 0.010 | 0.001 | 0.001 | 0.001 | 0.001 | 0.003

Notas / Notes:

1. TS: Tratamiento superficial, Aceitada, Sellado / ST Superficial treatment, Oiled, Stenciledetic 2. LE: Limite elastico / YP: Yield Point
5. LYLL Limite Inferior / Lower Limit

4. HRBW: Rockwell B Indentador de WC

6. LS/UL Limite Superior / Upper

Lirmit

3. RT: Resistencia a ia tension / TS: Tensile Strenght

Observaciones / Comments

CL/D#

N/A

por personal

Certificamos que el material aqui Gescrito ha sido insp
de manufactura con resultados satisfactonos en concordancia con la noma amba descrita
Propiedades Mecanicas bajo las normas ASTM ES, £18. ES17. £646, EN- 10002, segin Jequerimento y peso de capa bajo ASTM AS0
We here cerlify that the malenal described in here has been lested and mspected by authonzed personal indpendent from
he manufacturing department with satisfactory results in accordance with requirements of the above specrfication
Mechanical Propernies as ASTM E8, E18. £517 €646 EN-10002. as required and coating weight with ASTM AS0

ado ¥

independienie dél drea

Firma / Signature

(e Vo

ing. Antonio Mani
Temiym Labs
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