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’CE.R_TIFICADO DE CALIDAD - MILL. TEST CERTIFICATE

Focha de emislsh (Date of issua)
(DMA)  27/05/2013
N* {Document number}

TX109358

ORIGINAL

AN AT

000000107028

Cé'digo cliente {Customer |D}

Padida No. {Sales Order)

Orden de compra {Purchase order)

HE00232500 0100923607 ~ 15401 MUSD - \ N

Cliente (Gustomar) . Remislén (Delivery) !'| Medio de transporte (Means of fransport}

PLESA ANAHUAC Y CIAS. SA.BECV. 000000107028 CAMION N
Direccldn (Address) ' . Piezas Totales (Total pleces) Punto de despache {Delivery plant)

AV, VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN ' 2 Churubusco

Descripcidn de la mercadena {Goo.ds description)
ROLEOC FRIO RECOCIDO TENSONIVELADO

Datos Generales (General Data)

Pleza - " Colada - Peso . ’ Espesor - ' Ancho
. {Piece). - (Heat) {Waight) {Thickness) ' (Width)

“(Plece). : {Heat) o ' (Part)

1 .

ot ; kg S b mm - in . mm in
3AD40166CN101 352012011 6260 15344 1.210 0.0476 1220.00 48.03
3A040289CN100 352016011 6995 - 15424 . 1.210 £.0476 1220.00 48.03
Pieza - Colada D No. Parte Deseripcion Norma de Calldad / Grado / Subnorma’
(Description)

(Quality Norm / Grade / Sub-Nonm}

3A040166CN101 352012011 ROLLO FRIO RECOCIDO TENSONIVELADO

TER/A 1008 CS TIPO B/GAB (v 2006 REV 1)

3A040289CN100 352016011 ROLLO FRIO RECOCIDO TENSQNIVELADO

TER/A 1008 CS TIPQ B/GAB (v 2006 REV 1)

Propiedades mecanicas longitudinales (Longitudinal mechanical properties)

Colada . . Tensian
{Heat) . (Steal Stress)
%Elongacion RC (YP) 1 RT (T5} 2
; L . (%Elongation) MPA (K51} MPA {KSI)
[ 3a040166CN101 | 35201201% 40 199/(28.9) | 325/(47.1)

[ 3A040285CN100 [ 3520160117 - 40 196/ (28.4) 323/(46.9)

1. RC (YP): Resistenciz a la cedencia (Yiekl Point) 2. RT {T5) Resistencia a la tensfén { Tension. Strenanth 3. TT (¥ T}: Tratamiento Termico (Termical Treatment)

'

4. HRBW: Rockwel} B ldentador de WC

: Ohs_e:vaéianes {Comments):

Firma (Signature)

at

Certificamos que el materfal agui” descrito ha sldo inspeccionado y yado por p del &rea de con resultados satisfacterios en concordancia con la norma arriba descrita.
Propiedades Mecénicas bajo las nonmas ASTM A37¢, EB, E18, E517, £646, EN-10002, E23, JIS Z 2241 seglin requenmiento y peso de capa bajo ASTM 80. Andlisis Quimico bajo la norma ASTM E 415/ 1019/ A 751 We
asertify that the material described has been tested and inspectad by authorized persenal indepsndent from the manufacturing departmant with sati ry results in with requirements of the abave spacification.
Mechanical Properties as ASTM A370, EB, E18, E517, E646, EN-10002, E23, JiS Z 2241 as requerired and coating weigit with ASTM AB0. Chamical Analysis as ASTM E 415/ 1013/ A 751.

1 ihdefs

N

Ing. Antanio Mani®

Temnium Labs
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Ensayos de Calldad del Acero {Steel Quality)

_ Pleza " Colada" Dureza .
. (Plees) -t . .. {Heali’ | (Hardness) . . )
: X o R {(HRBW) 4 : N
[ 3A040186CN101 [ 352012011 45
| 3A040289CN100 | 352016011 46

Calidad del Acero - Andlisis Quimico {%) {Steel Quality - Heat Analysis {%})

‘Colada [ Mn [ s sl Al v Ti Cr Ni Mo B cu Chb
(Heat} - ' ’ A
I 352012011 0.095 0.352 0.008 0.014 0.0t2 0,046 0.001 0.00% 0.021 0.097 0.002 0.0002 0.040 0.002
i 352016011 .091 0.334 0.004 0.013 0.010 0.044 4.801 9.00t 4.013 0.013 0.001 0.000¢ 0.029 0.002
s
-
\‘ ‘ .
-
-y
" 1. RC {‘?P): Reﬁistencia ala cedencia {Yield Point) 2. RT (T3} Resistencia .a la tenstdn (Tenslon Strenght) 3. TT (TT): Tratamiento Termico {Termical Treatment) 4. HREW: Rockwell B Identador de WG

Firma {Signatura)

— ' ' s 1

Cartificamos que el material aqur descrito ha sido inspeccionado y ensayado por personal autorizado independiente del drea de manufactura con resultados satisfactarios en concordancia con fa norma arriba descrita.
Propiedades Mecénicas bajo 'as normas ASTM A370, E8, E18, E517, E846, EN-10002, E23, JIS Z 2241 seqlin requerimiento’y peso de capa bajo ASTM 90. Andlisis Quimico bajo la norma ASTM E 415/ 1019/ A 751. We .

wartify that the material described has beeri tested ant inspected by authorized personal from the facturing department with satisfactory results In accordance with requirements of the above specification. Ing. AntontotMan(
Mechanicat Properties as ASTM A370, E8, E18, E517, E646, EN-10002, E23, JIS Z 2247 as requerired and coaling weight with ASTM A90. Chemical Analyéis as ASTME 415/ 1018/ A 751, Terniurs Labs

Observaciones (Commerﬂs}:
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