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CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisitn (Date of issue)

TERNIUM MEXICO, S.A.DEC.V (DMA) 19/06/2013
: R.F.C. TME-840710-TR4
i Av. Universidad Mo, 992, Colonia Cuauhtémoc, San Nicolds de los Garea, N.L. N® (Document number)
; Codigo Postal 66450 Teléfono: +52(81)8329-8500 TX117750

ORIGINAL

DD OO

c0000CGC01T15 433

Chdigo ¢liente (Customar D)
HODZ32500

Pedido No. {Sales Crder}
0100930232,0100920236

Qrden de compra {Purchase order}
15853 JUSD

Cllente (Customer)
PLESA ANAHUAC.Y CIAS. S.A. DE C.V.

Remisién (Delivery)
000000115433

Wedio de transporte (Means of transport)
CAMION

Direccitn {Address)
AV, VALLE DE LAS ALAMEDAS 66-C - TULTITLAN

Piszas Totales {Total pleces)
2

Punto de despache {Dalivery plant}
Churupusca

Descripeidn de la mercaderia (Goods descriptien)
ROLLG FRIO RECGCIDO, ROLLO FRIO RECOCIDO TENSONIVELADD

Datos Generales (General Data}

In

" 2AG22055CN102 1305111480 3000 6614 1.520 0.0598 |  1220.00 48.03
2A0221400T200 | 1305111520 9810 21627 1.800 0.0748 | 1220.00 48.03

2A022055CN102 1305111480

ROLLO FRIO RECOCIDC TENSONIVELADO

TER/A 1008 CS TIPC B/GAB {V 2006 REV 1}

2A022140CT200 1305111520

ROLLO FRIO RECOGIDO

TER/A 1008 C§ TIPC BIGAB (V 2006 REV 1)

Propiedades mecénicas longitudinales {Longitudinal mechanical properties)

Tenslén
(Steel Stress)
%Elongacion RC (YP} RT(T3) 2
{%Elongation) MPA (KS1) MPA (KSI}
2A022055CN102 | 1305111460 35 231 /{33.5} 344 1 (49.9)
I 2A022140CT200 | 1305111520 34 223/(32.4) 340/{49.3)

1. RC {YP); Rgsistancia & la cedencia (Yiald Polnl}

2. RT (T8); Resisioncia a la tensién (Tansien Strenaht)

3, TT (TT): Tratamiento Termico {Termical Treatment)

4. HRBW. Rockwell B Kentader de WG

Cbservacionss (Comments):

-

Firma (Signature)

Cedificamos que sl material aqui dascrito ha side inspeccionado y ensayado por personal autorfzadoe independlenie del &rea de ira con 7ios en concordancia con la norma arriba descrila. Propiedades Mecanicas
i baje 1as normas ASTM A370, €8, E18, ES17, E646, EN-10002, £23, JIS Z 2241 segdn requerimienio y pesc de capa bajo ASTM 90, Analisis Quimico bajo |z norma ASTM E 415/ 1019/ A 751. We certify that the matariat described has been
tested and inspectad by authorized perscral independant from the manufacturing department with y resuks In with requirements of the above specification. Mechanical Prop as ASTM A370, E8, E18, E517, ES46,
H EN-10002, £23, JIS Z 2241 as requarirad and coating welght with ASTM A9G, Chemcal Analysis as ASTM E 415/ 1019/ A 751,

Ing. Antanio Mani

Ternium Labs
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BN10204 34180 10474318 CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE ORIGINAL

i Facha de amisién {Date of issus) l
RO ATARR AR

; R.F.C. TME-B407T10-TR4
i Av. Universidad Ne. 882, Colonia Guauhtémoc, San Nicolds de los Garza, N.L. N* (Documant numbar)
Cédigo Postal 68450 Teléfonn: +52(81)8328-8500 TX117750 0 0C0CO0OQO0CT1T 105 43 3

Dureza
{Hardness)
= (HRBW) 4
2A022055CN102 130511146G 55
[ 2A02214pGT200 1305111520 55

Calidad deol Acero - Andlisis Quimice (%) (Steet Quality - Heat Analysis (%))

c Mn P -] Si Al v Ti cr Ni Mo B Cu Cb
0.059 0.334 0.006 G.004 0.013 0.031 0.000 0.000 0.012 0.018 0.003 0.0001 0.038 0.000
[ 1305111520 | o084 0,336 0.005 0,002 0.016 0.028 0,000 0,001 0.014 0.024 0.004 £.000C 0.043 0.000

2, RT (TS): Resiatencla a la iensldn (Tenslon Siranahi} 3, TT (TT): Tratamisnio Tamice (Termical Traatment) 4. HRBW: Rockwel} B |dentador de WC

1. RC (YP): Plesistencia a la cedencia (Yield Pointy
Obsarvacionss (Commants): Firma {Signaturo]

Certificamos que el material aqui descrito ha side inspecclonado y ansayado por personal auterizade independiente del 4rea de manufaciura con resultados satisfacterios en concordancla con la norma arriba dascrita. Propiedades Mecanicas

bajo [as normas ASTM A370, E8, £18, E517, E646, EN-10002, E23, JIS Z 2241 segln requenmiento y peso de capa bajo ASTM 90. Anélisis Quimice bajo la norma ASTM E 4767 1018 / A 751. We cerlify that the material described has been . i

tested and inspected by authorized personat indey from the ring depariment wilk salisfactery results in accordance with requirements of tha above specification. Machanical Properifes as ASTM A370, E8, E18, E517, E648, Ing. Antonio Mani
Ternium Labs

EN-10002, EZ3, JIS Z 2241 as requerired and coafing weight with ASTM AS0. Chemical Analysis as ASTM E 415/ 1019/ A 751,
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