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EN10204 3.1 - IS0 10474.3.1B

CERTIFICADO DE CALIDAD - MILL- TEST CERTIFICATE

0

Fecha de emision (Date of issue)

(DMA)  06/07/2013

N*° {Document number)

TX1i25642

ORIGINAL

600000123320

isdigo clisnte (Customer (D)
 Hooo232500

Padido Neo. (Sales Order)
0100928248

Orden de ;:ompra {Purchase order)
15514 JUSD | ~

_Clients {Customer) .
PLESA ANAHUAC Y CIAS. S.A. DEC.V.

Remislon (Delivery)
Q00000123320

Medio de transporte (Means'of transport}
CAMION

Direcolén (Acdress) .

~Piezas Totales (Tolal pieces)

Punto de despacha {Delivery plant)

AV.VALLE DE LAS ALAMEDAS 68-O - TULTITLAN 2 Churubusco
Descri"pcién dela deria {Goods d iptior)
ROLLO FRIO RECOCIDO TENSONIVELADO N
PR -
Datos Generales {Generat Data)
Pieza Colada Pese . Espesor Ancho
. (Piece) (Heat) (Weight) (Thickness) ! {Width)
Lt - : kg Ib ‘mm in. mm in
2A031773CN100 1306117108 #330 20569 0,610 0.0240 1220.00 48.03 \, .
-l 2A03-17?3C'-N1Q1 1306117100 a700 21385 0.610 \ 0.0240 1220.00 © 48.03 p
Pieza ~ Colada. No. Parte Deécﬁpbién “Notma de Calidad / Grado / Subnorma
. (Plece} (Heat) =~ {Part) v {Dascription) i (Quality Nerm / Grade / Sub-Norm)
2A631773CN100 130611710C ROLLC FRIG RECOCIDG TENSONIVELADD ‘ TER/A 1008 CS TIPO BIGAB (V2006 REV 1)
- ZADIM1T73CN1O1 1306117100 ROLLC FRIO RECOCIDO TENSONIVELADO ) ' TER/A 1008 CS TIPO B/GAB (V 2006 REV 1)

Propiedades mecénicas longitudinales (Loﬁgltudlna[ mechanical properties)

Pigza Colada Tensién: .
{Piacs) {Heat) . (Steel Stress)
: . S .| %Elongacion RG (YP} 1 RT{T5) 2
a (%Elongation) MPA (K51} -MPA (KS1) -
) { 2A031773CN100 | 1306117100 34 210/ (30.4) | 336/ (48.7).
¢ [ 2A031773CN101 | 1306117100 34 210/(30.4) | 336/(487)
/ '

1. RC (YP}: Resistencia a la cedencia_{¥ield Paint)

2. RT{TS!: Resistancia a {a tension (Tension Strencht}

3, 7T (TTY: Tratamiento Termico {Termical Treatment)

4. HRBW: Rockwell B Identador de WC

-Observaciones {Comrﬁents):

|

Firma (Signature)

Cerlificamos que el material aq'ul' descrito ha sida inspaccionado y ensayado por personal gulorizadori
balo fas normas ASTM A370, EB, E18, ES17, E646, EN-10002, £23, JIS Z 2241 segin requerimiento y peso de capa bajo ASTM 90. Andfisis Quimico bajo la norma ASTM E 415 / 9018 / A 751. We certify that the material described has been
tested and inspected by authorized personal independent from the manufacturing depariment with

la dat draa da

y results in

e with raqul

ra con resultados satisfactorios en concordandia con ka norma arriba descrite. Propiedsdes Mecanicas -

1ts of the above specification. Mechanicat Properties as ASTM A370, EB, E18, E517, EB45,

ing. Antonic Mani’
Temium Labs

EN71C'DCl2i E23 JIS Z 2241 o5 requerired and coating weight with ASTM AB0. Chemical Analysis as ASTM E 4151019/ A 751,

N
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EN10204 3.1 - IS0 10474 3.1B

TERNIUM MEXICO, S.A. DE C.V .
R.F.C. TME-840710-TR4
“Av. Universidad Na. 892, Cokania Cuauhtémoc, San Micolds de ios Garza, N.L.

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE ORIGINAL

RS NS

000000123320

Fecha de emisian (Date of issue)

{DMA) ~ 08/07/2013

N° (Document numbet)

. Codige Poslal 66450 Teléfona: +52(81)8328-8500 TX125642
. . Lt ! 1 -
é‘nsayos de Calidad del Acero (Steel Quality)
Pieza Celada Dureza
- (Plece) {Heat) {Hardness) .
O (HRBW) 4 »
[ 2A031773CN100 | 1306117100 40
[-2A031773CN101 | 1306117160 40 ’
-~ ’ !
Calidad del Acero - Anllsis Quimico (%) (Steel Queality - Heat Analysis {%)) )
Golada [ Mn P s si Al Y Ti . Cr Ni Mo ) Cu cb
' <{Heat) ' . )
{__ 1306117100 L §.054 0320 | 0.005 0.005 0.011 0031 0.000 9.000 0016 0.024 0.003 0.0000 0.068 0.000
AR
; - 2
~ - t
i
B i
i 5\
W / ’
»
A ~ .

3, TT {TTY Tratamiento Termico (Termicai Treatment} 4. HREW: Rockwell B Identador de WG

1. RC (YP): Resistencia & la cedencia {Yield Polnt}
—i— -

Observaciones {Comments): !

2.RT (TS¥ Resistencia a ia tensfon (Tension Strenant)

“Firma {Signalture)

y [l VT

Ceniﬁcarpos que sl material aqui descrito ha sido inspeccionado y ensayado por personal autorizado independiente del drea de manufactura con resultados satisfactorios en corcordancia con fa norma ariba descrita. Propiedades Mecanicas
+ bajo las normas ASTM A370, E8, E18, E517, E646, EN-10002, E23. JIS Z 2241 segin requarimiento y paso de capa bajo ASTM 20, Andlisis Quimico bajo la norma ASTM E 4151 1018/ A 751. We certify that the material described has been
tested and inspecledpy authorized personal independant from the manufacturing depariment with satisfactary results in accordarnce with requirements of the above specification. Mechanical Propertles as ASTM A370, E8, E18, E517, E646,

Ing. Antonio Man/
Ternium Labs
—

EN10002, F23. IS Z 2241 as requerired and coating waight with ASTM AS0. Chemical Analysis as ASTME 415/ 1039 A 761,
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