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TERNIUM MEXICO, S.A.DEC.V
R.F.C. TME-840710-TR4
Av. Universidad No. 892, Coldnia Cuauhtémo, San Nicolds de los Garza, N.L.

. Codigo Postal €450 Taléfono: +52(81)8329-8500

EN10204 3.1 - 150 10474 3,18

CER\’T!FICADO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisién (Date of issua)

(DMA)  16/10/2013

N?® {Documant-number}

TX169245

ORIGINAL

AR VA Qe

oo0c00QCCQC01T 67688

Cédigo cliente (Customer ID)
H0J0232500

Pedido No. {Sales Grder)
1100962724

Qrden de compra {Purchase order)
16162 USD SEP

Cliente {Customer)
PLESA ANAHUAC Y CIAS. 5.A. DE C.V.

Remiskén (Delivery)
000000167688

Medio de tranaporte (Means of transport)
CAMION ’

Direcclon (Address)

Plezas Totales (Total pieces)

Punto de despacho (Dslivary; plant)

' Propiedades mecanicas longitudinales (Longitudinal mechanlcal properties)

k Pieza Colada Tensién
* (Plece} - (Heat) {Steel Stress)
s X . . %Elongacian RC{YP) 1 RT{TS) 2
{%Elengation) MPA (KSl) MPA (KS1)
[ zA0B8811GN101 | 1309131640 42 227/(32.9) | 335/(48.6)
| 2A056811GN102 | 1309131640 49 227/(32.9) | 335/(48.6) -

1. RG {YPY: Resistencla a la cedencia {Yield Paint

2. RT (TS): Reslstencia a fa tensién (Tension Strenaht)

3. TT (TTY; Tratemientc Termico Mermical Traatmant)

AV.VALLE DE LAS ALAMEDAS 66-0 + TULTITLAN 2 Guerrero
" Descripeitn de la mercaderia (Goods description)
ROLLO FRIO RECOCIDO TENSONIVELADO
Datos Generales {General Data)
: Pleza . Colada ) . Peso Espesor . Ancho
. {Pisce) - (Heat) (Weight) (Thickness) = (Width)
SR . o kg- b mm in mm __in -
2A058811GN101 1309131640 8490 18717 1.524 0.0598 1220.00 + 48,03 °
2A056811GN102 1309131640 8805 19610 1.520 0.0596 1220.00 48.03 | -
|
Pleza -+ Cotada’ No. Pare Descripcidn Norma de Calidad / Grate / Subnarma
(Piece) (Heat) {Part} {Description) {Quality Noren f Grade / Sub-Norm)
2A056811GN101 © 1308131640 ROLLO FRIO RECOCIDG. TENSONIVELADO TER/A 1008 CS TIPO BIGAB (V 2006 REV 1}
2A056811GMN102 1309131640 ROLLO FRIC RECOGIDQ TENSONIVELADO TER/A 1008 CS TIPO BIGAB (V 2006 REV 1)

4. HRBW!: Rockwzll B Identador de WG

Observaciones (Comments):

Firma (Signature}

Certificamos que sl material aqui descrito ha sido inspeccionado y ensayado por personal auterizado independiente del drea de manufastura son resullados satisfactorios en concordancia con la norma armiva descrita. Propiedades Mecénicas
bajo las normas ASTM A370, £8, E18, E517, E646, EN-10002, E23, JIS Z 2241 segin requenimiento y peso de capa bajo ASTM 90. Andlisis Quimico bajo la norma ASTM E 41571019 / A 757, We cerlity that the malerial described has been
facturing department with satisfactory results in accordance with requirements of the above specification. Machanical Properties as ASTM A370, E8, E18, E517, E648,

from the

tastad and inspected by authorized personal i di

’ ”
ing. Antonio Mani®
Ternium Labs

EN-10002. E23, JIS Z 2241 as requedred and coating waight with ASTM AZ0. Chemical Analysis as ASTM E 415/ 1019/ A 757,
— — = -

Page 10of2




- ' EN102043.1-1S01047431B  CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE ORIGINAL

Fecha de emision {Date of issue)
oo saeey o o AR LRV AT R

R.F.C. TME-840710-TR4
- Av. Universidad Ne. 992. Solonia Guauhtémoc, San Nicalds de los Garza, N.L. - N* (Document number):

Codigo Postal 6456 Teldfono: +52(31)8329-8500 ’ TX169245 _ . 000000CO0C167 688

- Ensayos de Calidad del Acero (Steel Quality)

Pleza Colada -~ . Dureza
(Piece) {Heat} {Hardness)
. (HRBW) 4
l 2A056811GN101 | 1309131640 57
F 2AD56811GN102 | 1309131640 57

Calidad del Acero - Anidlisis Quimico (%) {Steel Quality - Heat Analysis (%)} . ;

' Colada c Mn . P ] s - Al v T+ Cr + Ni Mo B Cu [v]
" (Heat) ) '
[ 1308131540 $.055 0.344 0.006 0.002 £.026 -0.028 0.004 0.000 0.010 4.012 0.002 00002 0.032 0.000 . . -+
i
i
: '
. .
‘
1. RC !YPI; Resistencia-a fa cedencia (Yiald Pointi 2. RT {T8: Raslstancia a la tension (Tansicn Strenaht) 3. TT (TT): Tratamiento Termico (Termical Treatment} 4. HRBW: Rockweil B [dentador de WC
y - 7 - -
Dbservacionas (Commenis): Firma (Signature)
. ~ .
Certificamos que el material aqui’ descritc ha side inspeccionado y ansayado por personat aulori‘zadu independiente del area de manufactura con resultados satisfactorios en concordancia con la norma arrina descrita. Propiedades Mecanicas A .
bajo las normas ASTM A370, E8, E18, E517, £646, EN-10002, £23, JIS Z 2241 segiin requerimisnto y peso de capa bajo ASTM 90. Analisis Quimice bajo la norma ASTM E 415/ 1019 / A 751. We certify that the malerial described has been N . ,
tested and i d by authorized p independent from the manufacturing department wilh satisfactory results in accordance with requirements of the abova specificati nanical Properties as ASTM A370, £8, E18, E517, EG46, Ing. Antonia Mar
Ternium Labs

EN-10002, E23, JIS Z 2241 as requerired and coating weight with ASTM AS0. Chemical Analysis as ASTM E 415/ 7618/ A 751,
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