TERNIUM MEXICO, 5.A. DE C.V
R.F.C. TME-840710-TR4

Av. Universidad No. 892, Colonia Cﬁauhlémuc, San Nicolas de los Garza, N.L.

Codigo Postal 66450 Teléfono: +52(81)8329-8500

EN10204 31 - ISO 10474 3.1B

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE
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Fecha de ernision {Date of issue)

(DMA) 3110/2013

N7 (Bocument number)

TX177861

ORIGINAL

000000176 3 435

Cadigo cliente (Customer 1)
H000232500

Pedido No. {Szles Order)
0100986317

Orden de compra (Furchase arder}

16581 USD

Cliente {Customaer)
PLESA ANAHUAC Y CIAS. S.A.DEC.V.

Remisidn (Delivery)

000000176345

Medio de transporte (Means of transport)
CAMION

Direcclén (Address) -
AV.VALLE DE LAS ALAMEDAS 66-Q - TULTITLAN

Plezas Tetales (Total pleces)
1

Punto de despacho {Dalivery plant)
Guerrare

D fpcion de la | {Goods description) .
ROLLO FRIQ RECOCIDO TENSONIVELAGO ‘ . . '

~Datos Generales (General Data)

. Pieza . * Colada Peso Espescr © Anche T
{Piece) (Heat} (Weight) (Thickness} (Width)
' . . kg . Ib ~mm in mm in ’
ZA062071GN103 1309135130 ) " B865 15135 0.760 0.0298% 1220.00 48.03
|
Pieza - Colada - No. Parte . _ Dascripsion Norma de Calidad / Grada f Subnorma
{Pieca) {Heat) . {Part) B ({Description) {Quality Norm / Grade / Sub-Narm)
2A062071GN103 1308135130 ROCLLO FRIO RECOCIDO TENSONIVELADGC TER/A 1008 S TIPO B/GAS (V 2006 REV 1)

Propiedades mecénicas longitudinales {Longitudinal mechanical properties)

Pleza Colada “Tension
{Piece) - (Heat) (Stee| Stress)
T ' %Elongacior | RC({¥P)1 RT {T8) 2 - -
s (%Elongation) MPA (KS)) MPA {KSi}
[ 2n082071GN103 | 1308135130 34 233/(33.8) | 339/(49.1)

Ensayos de Calidad de! Acero (Steef Quality)

Pieza Colada Dureza
(Piece} _ ‘(Heat) {Hardness} i ‘ :
(HREW} 4
[ 2A062071GN103 | 1309135130 53

1. RC {¥YPY: Resislencia a la-cedencia (Yield Pointy

2. RT (TS1: Resfstencia a la tenslén (Tension Strenahty 3. TT ITTY: Tratamiento Termica (Termical Treatment) 4. HRBW: Rockwell B Identador da WC

Observacwones {Comments): Firma (Slgnature)

ing. Antenio Manr
Termium Labs

Certificamos que ef material aqu descrito ha sido inspeccionado y ensayado por persenal autorizade independiente del area de con rios en concordancia con la norma arriba descrita. Propiedades Macanicas
bajo las normas ASTM A370, E8, E18, E517 E648. EN-10002, E23. JIB Z 2241 segln requerimiento y peso de capa hajo ASTM 80. Ana!lsns Quitnico kajo la norma ASTM E 41511019 -' A 751, We certify that the material described has been
tested and inspectad by autherized dependent from the faciuring departriient with satisfactory results in accordance with requirements of the above specification. M Properlies as ASTM A370 E8, E18, E517, E548,

EN-10002, E23, JIS.Z 2241 as requerired and coating weight with ASTM ASC. Chemical Analysis as ASTM E 415/ 1019/ A 751. '
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EN1020431-1S0 10474318 CERTIFICADO DE GALIDAD - MILL TEST CERTIFICATE ORIGINAL

;'(" ikl ) . Fecha de emisidn (Date of issue) | i
| e SRR R A

R.F.C. TME-840710-TR4

N° (Document number}

i ' Av, Universidad No. 992, Colonia Cuauhtémos, San Nicalds de los Garza, N.L. .
: Cédigo Postal 66450 Teléfono: +52(81)5326-8500 TX177861 000000176345
] - -
!
. Calidad del Acero - Anélisis Quimico (%) {Steel Quality - Heat Analysis (%))
Colada c Mn P s st Al v , m cr Hi | Me g Cu ch
{Heat) . ) ) )
| 1309135130 0.054 0.324 0.008 0.002 0.022 0.034 0.002 0.000 0.012 0.023 0.005 0.0000 0.046 0.000

4. HRBW: Rockwel! B Identador de WC

2. RT (T8]; Resistencia a la tension {Tension Steanaht) 3, TT (TT Tratamlento Tarmico {Termital Treatmient)

’ 1. RC YP\: Reslstencia a la cedencia (Yield Pointy
Firma {Signature)

con resultados safisfactorios en concordancia con la norma arriba descrita. Propiedades Mecénicas

Observaciones (Comments):

Certificamos que el material agur' descrito ha sida inspeccionado y ensayade por personal autorizade independiente del area de manuf:
i bdjo las ngrmas ASTM A370, E8, E18, ES17, E646, EN-10002, E23. IS Z 2241 seguin requerimisnto y peso de capa bajo ASTM 90. Andlisis Quimico bajo la norma ASTM E 415 /1019 1 A 751. We certify that the material described has been )
i tested and Insp 1 by authorizad i from the manufacturing department with satisfactory results in accordance with requiremants of the above specification. Mechanical Properties as ASTM A370, £8, E18, E517, EG46, Ing. Antonio Man?
EN-10002, £23, JIS Z 2241 as reguerired and coaling weight with ASTM AZ0. Chemical Analysis as ASTM E 415/ 1019 A 751. . Ternium Labs
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