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EN10204 3.1 - 1SO 10474 3.1B

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisién (Dats of issue)

(DMA) 16/11/2013

N° {Document number) ‘

TX186162

. !

ORIGINAL

000000184523

Chdigo cliente (Custorner ID)
H000232500

Pedide No. (Sales Order)
0100986303

Orden de compra {Purchase arder)
16559

Cliente {Customer)
PLESA ANAHUAC Y CIAS. S.A, DEC.V.

Remislon (Dellvery)
000000184523

Medlo de transporte {Means of transport)
CAMION

Direccion {Address)

Piezas Totales (Total pleces)

Punto de despacho {Delivery plant}

%. RG [YPY: Resistancla a la cedencia {Yiald Pointt

2. AT {TSY: Resistencia a la tensién iTension Sl'renuhn

3. TT (TT: Tratamiento Termico (Tarmical Treatment)

=

AV, VALLE DE LAS ALAMEDAS 66-C - TULTITLAN 1 Churubiisco
Descripcidn de la mercaderia (Goods description)
ROLLO FRIO RECOCIDO
Datos Generales {General Data) -
" Pieza Colada Peso Espesor Ancho
(Piece) {Heat) (Weight) (Thickness) (Width)
SR kg ib mm i mm - in .
3A103648CT100 362231011 7660 16887 1.800 0.0748 915.00 36.02 '
‘Pieza Cotada No. Parte Descripaion Norma de Calidad-/ Grado / Subnoma
(Piece) {Heat) (Part) . {Description) {Quality Norm / Grade / Sub-Norm) -
3A103648CT100 362231011 ROLLO FRIO RECOCIRO SAE J403/1008 (V 2001 REV 1)/
Calidad del Acero- Analisis Quimico (%) (Steel Quality - Heat Analysis (%)) »
. Colada c Mn P § si Al v Ti cr Ni Mo cu cb -
(Heat)
362231011 0.058 0.227 ©.007 0.613 0.010 0,051 0.001 .00 0.019 0.021 0.003 0.045 0.002

4. HRBW- Rockweil B ldentador de WC

Observacionas (Comments):

" Firma {Signature}

L4

. tested and Inspected by authorized personal indep

autarizado i

del drea de

Certificamos que el material aqur’ descrite ha sido i ionado ¥ do por

frem the

EN-10002, E23, JIS£2_241 a5 requetired and coating waight with ASTM A90, Chemical Analysis as ASTM E 415/ 1019/ A 751,

\ra con resultados satisfactorios en concordancia con la norma arriba desaiita, Propiedades Mecanicas

bajo las normas ASTM A370, EB, E18, ES17, E646, EN-1 0002, E23, JIS Z 2241 seglin requerimianto y peso de capa bajo ASTM 90. Anglisis Quitmico bajo la norma ASTM E 415/ 1019/ A 751. We certify that the material described has been
iring department with satisfactory results in agcordance with requirements of the above specification. Machanical Properties as ASTM A370, EB, E18, ES17, EG46. . ..oom oo v

Ing. Antonio Mani®
Termiym Labs
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