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TERNIUM MEXICO, S.A. DE G.V
R.F.C. TME-B40710-TR4

EN10204 3.1 - ISG 10474 3.1B

Aw. Universidad No. 992, Calonia Guauhtémog, San Nicolds:de los Garza, N.L.

Codigo Postal 66450 Teléfono: +52(81)8329-8500

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE .

Fecha de emisién (Date of issue)

(DMA) * 28/11/2013

N° {Document number)

TX192830

ORIGINAL

000000191270

Cédigo cliante {Customer IB)
HO00232500

Pedide No. {Seles Order) -
0100986317 -

Orden de compra {Purchase order}
16561 WSD

GCllente {Customer) .
PLESA ANAHUAG ¥ CIAS.-S.A.DEC.V.

Remislén {Delivery)
Qa000c0191270

Medio de transporte {Means of transpart)
CAMICN

Direccién {Address)

Plezas Totales (Tatal pieces)

Punto de despacho (Delivery plant)

AV, VALLE DE LAS ALAMEDAS 66-O - TULTIT!.AN 2 Guerraro
- Descripcién de la mercaderfa {Goods description) ’
ROLLO FRIO RECOCIDO TENSONIVELADO
Datos Generales {General Data)
 Pieza . Colada. Peaso - - < Espesor Ancho
- Piete) ’ (Heat) (Waeight} - {Thickness) . -{Width) -
Lt . kg [y mm in |- mm . - in !
2A075809CGN100 1311143160 9635 21242 0.760 0.0209 | - 122000 - 438,03 v
2A075809GN10 1331143160 . 9926 21881 0.760 0.0299 1220.00 43.03
Pieza : Colada No. Parte ) Descripcién - Norma de Calidad / Grado / Subnorma
{Piece} - . " {Heat) {Part) : . ’ . {Description) {Quality Norm / Grade / §ub—Nonn) .
.| 2A075B09GN100 1311143160 RdLLO FRIQ RECOCIBO TENSONIVELADCQ TER/A 1008 CS TIPO B/GAB {V 2006 REV 1)
ZAQTSBOQGN‘IN 1311143160 ROLLO FRIO RECOCIDO TENSONIVELADO TER/A 1008 CS TtPO B/GAB {V 2006 REV 1)

Propledades mecénlcas longitudinales {Longitudinal mechanical properties)

oo Pleza - Colada . Tension - .
20 (Plece) (Heat) {Stee! Stress)
L : o “%Elongaclon RG (YP] 1 RT (T5) 2
[%Elongatton) | MPA(KSH - [ MPA{KSI)
[2A075809GN100 | 1311143160 a2 2581 (37.4) | <3547 {51.4)
32 2587 {37.4) 3547/ {51.4)

| 2A075809GN101 | 1311143160

1. RG IYPY: Resistencia a la cedencia (Yiald Point)

2, RT {T8): Resistencia a la tensién (Tension Strenaht) 3. TT {1 Tk Tratamiento Termica {Termical Treatment)

4, HRBW; Rackwell B Identador de WC

‘Observaciones (Comments):

Firma (Sianature} ' .

Certificamos que el material anquf descrito ha sido inspsccionado y ensayado por

tasted znd inspected by authorized personal inde;

dent frem the

| autorizado del Grea de

: ing department with satisfactary tesults in accordanes with requirements of the above sp fon. Mechanical Prop

EN-10002, E23, JIS Z 2241 as requerired and coating weight with ASTM AZ0. Chemical Analysis as ASTM E 415/ 1018/ A 751,

ra con resultados safisfactorios en concordancia con la norma arriba deserita. Propiedades Mecanicas

bajo las normas ASTM A370, £8, E18, E517, EG46, EN-10002, E23, JIS Z 2241 segin requarimiento y pese de capa bajo ASTM 90. Analisis Quimico bajo la norma ASTM E 41571019/ A 751. We certify that the materiat described has been
as ASTM A27G, EB, E18, ES17, E646,

Ing. Antonio Mani
Ternlum Labs
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. ORIGINAL

f, - ) N .
o EN1020431 15010474218 CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE ,
. e rn m ‘ 7 Fetha de emisién (Date of issue} . | :
TERNIUM MEXIGO, $.A.DECY ) ) . - (DMA} 28/11/2013 :
R.F.C. TME-840710-TR4 ‘ ’ : v
Ayv. Universidad No. 982, Gelonia Guauhtémoc, San Nicols de los Garza, N.L. _N° {Document number) : ’ '}
Codigo Postal 66450 Tatsfono: +62(81)8329-8500 TX192830 ) 0000001881270 '
Ensayos de Calidad del Acero {Steel Guality)
_Pieza Colada. | Dureza '
(Piece) X {Heat} | {Hardness)
] ~ (HRBW) 4
[ 2A075809GN100-[ 1311243160 58
| 2A075809GN101 |~ 1311143160 58
: ¥
Calidad del Acero - Anélisis Quimico (%) (Steel Quality - Heat Analysis (%)
Colada . c wn P s si a | v T cr NI Mo B Gu ch
. (Heat) .
[ 1311143160 0,055 0.332 0.008 0.004 0.012 §.027 0.000 0,000 a0fi | 0017 a.002 0.0001 0.042 0.000
1
, )
1. RC{YPL Resislencla a la cedencia (Yield Point) 2, RT {TS): Resistencia s la tensién (Tension Strenaht) 3. TT(TTx: Tratamlento Termico (Termical Treatment) 4, HRBW: Rockwsll B ldentador de WC
: Flrma (Signature)

Observaciones (Comments):

’
- o

" pajo las nomnas ASTM A370, EB, E18, E517, E646, EN-10002, E23, JIS'Z 2241 segin requerimiente y peso de capa bajo ASTM 90. Analisis Quimica b

EN-10002, E23. JIS Z 2241 as requerired and coating we.ighi with ASTM AS0. Chemical Analysls as ASTM E 415/ 1013/ A 751,

Certificamos que el material agui’ descrito ha sida inspeccionado y ensayado por perscnal autorizado incependiente del &rea de manufactura con ias enc dancia con la norma arriba descrita. Prepladades Mecanicas
ajo la norma ASTM E 415 £ 1019/ A 751. We certify that the material described has been

? the above specificatlon, Mechanical Proparties as ASTM A370, E8, E18, E517, E646,

tested and inspected by autharized personal independent from the marufacturing department with satisfactory results in accordance with requirements of

fng. Antonia Man(
Ternium Labs
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