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CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

GEERL R LRI

ORIGINAL

0O 0000G214778

Cédigo cliente {Customer 1D}
HO00232500 oo

Pedido No. {Sales Order) = .
0700%86317

6rden de compra {Purchase order)
16561 USD

Cliente {Customer)
PLESA ANAHUAC Y CIAS, S.A.DECV.

'Remistén (Dellvery)
000000214778

Meadio de transporte (Means of transport)
CAMICN

Dlreccion {Address) Plezas Totales {Total pleces) Punte de despacheo (Delivery plant)
AV.VALLE DE LAS ALAMEDAS 68-0 - TULTITLAN 1. Guerrere .
Descripeién de la mercaderia {Gosds description)
ROLLO FRIO RECOCIDO TENSONIVELADO
Datos Generales {General Data)
N '
Pigza. " - Colada .. - Peso Espesor Ancho
(Pisce) . L {Heat) . .- (Weight) (Thickness) O (width)
A R . . kg Ib mm n [ mm In
2A062387GN102 1309135320 5685 12533 0.610 0.0240 122000 48.03
- Pieza ~ Colada No. Parte Dascripcion MNorma de Calidad / Grado / Subnoma -
 {Piece) - (Heat) (Part) {Description} {Quality Norm / Grade / Sub-Nom)
2A062387GN102 1309135326 ROLLO FRIO RECOCIDO TENSONIWVELADO TER/A 1008 CS TIPC B/GAB (V 2006 REV 1)

Proﬁiedades mecénicas longitudinales {Longitudinal mechanical properties)

' Pieza ) Colada ~ Tension
(Piece) © {Heal) (Steel Stress)
; %Elongacion RC (¥P)1 RT(T8) 2
(%Elongation) MPA (K1)} MPA [KSI)
[Czatpzasrenioz | 1309135320 30 285/ (12.8) | 381/ (55.3)

Ensayos de Calidad del Acero (Steel Guality)

) Pieza Celada Dureza
- .. (Piece) X (Heat) (Hardness)
) ‘ (HREW) 4
{ 2a082387GN102 | 1309135320 [

1. RC (YPY: Resislencia a la badencia (Yiefd Pointy

2. RT ITSY: Resistencla a la tensién {Tensfon Strencht)

”

3. TT (TT): Tratamiento Termico (Termical Treatmenth

4. HRBW: Rockwell B ldentader da WO

Dbservaciones (Comments):

Flrma {Signature)

Cerlificamos que e! material aquidescrito ha sido Inspeccionado y ensayade por {

tested and i

pected by a

EN-10002, E23, IS Z 2241 as requerired and coating weignt with ASTIM ASC. Chemical Analysis as ASTM E 415/ 1019/ A 751.

diente de! 4rea de

Autotizado ind

I independent from the manufacturing department with satisfactory resulls in accordance with regquirameants of the above sy

ira con resultados satisfacterios en concordancia colt la norma arriba descrita. Propiedades Mecanicas

bajo las normas ASTMA370, E8, £18, E517, EB46, EN-10002, £23, JIS Z 2241 segdn requerimiento y peso de capa bajo ASTM 90. Ardlisis Quimico baje la norma ASTM E 415/ 1019/ A 751. We certify that the material described has been
i as ASTM A370, E8, E18, ES17, E646,

Mechanical Prop

Ing. Antenic Man’
Ternium Labs
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§
! o Fecha tie emistén (Datg of issus)
o TERNIUM MEXICO, S.A. DE C.V DMA)  14/01/2014
o RF.C. TME-B40710-TR4 . (DMA) -
N Av. Universidad No. 892, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L. N? {Document number}
GCédigo Postal 66450 Teléfono: +562(81)8320-8500 TX217164 a 00 0O 0 0 2 1 4 77 8
n - '
Calidad dsl Acero - Analisis Quimico %) (Steel Quality - Heat Analysis (%))
Colada C Mn P s s Al v | e Ni Mo B Cu ch
. (Heat) ) !
~ [ 1309138320 0.081 0.324 0.007 4004 0.026 £.025 0.002 0.001 0.012 0,022 £.005 0.0000 '0.050 $.000
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1. RC [YPY: Resistencla a la cedencia rYisld Polnt) 2. RT {TS); Reslstencia a la tensién {Tensfon Strenaht) - 3. TT {TT): Tratamiento Termico {Termical Treatment} .’ 4. HRBW: Rockweli B ldentador de WC

Qbservaclones (Comments): B N Firma (Slgﬁalure]

Certificamos que el material aqui’ descrito ha'sido inspéccionado y ensayado por personal izado indey del drea do )ra con resultados satisfacterios en concordangia con la nerma arriba descrita. Propiedades Mecdnicas

bajo (as normas ASTM A370, EB, E18, E517, E646, EN-10002, E23, IS Z 2241 segun requerimiento y pese de capa baje ASTM 80. Analisis Quimica bajo {a norma ASTM E 41571019/ A 751, Wé certify that the material described has been
‘testad and inspected by authorized personat independent from the manufacturing department with salisfagtory resulis in accordance with requlrements of the abova specification

as ASTN A370, E8, £18, E517, EG46,- Ing. Anfenio Manr',

;al Prop

Ternium Labs

~

EN-10002, E23, JIS Z 2241 as requerired and coating weight with ASTM AS0. Chemical Analysis as ASTM E 41571019/ A 751,
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