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Fecha de emisién (Date of issue)

. (DMA)  25/01/2014

N° {Document number)

TX224798

"CERTIFICADO DE CALIDAD - MILEL TEST CERTIFICATE =

0 0 OO

0000060222171

ORIGINAL

Cédigo cliente (bustnmar D)
HQ00232500

Pedide No. (Sales Order)
0101008310

16851

Qrden de compra (Purchase order}

CHente {Customer}
PLESA ANAHUAC Y CiAS. S.A. DEC.V.

Remision (Delivery)
000003222171

CAMICN

Medlo detransporte (Means of transport}

Direcclon (Address)
AV, VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN

Piezas Totales (Total pieces)
1

Churubusco

Punte de despacho {Dellvery plant)

Descripeién de 1a mercadena {Gooeds description)
ROLLO FRIO RECOCIDO

'Datos Generales {General Data)'

; - Pieza Colada Peso Espesor Ancho
{Piece) {Heat) (Weight) o, (Thickness) {Width)
. . kg Ib mm - in mm in
2A088185CT100 1312251720 9915 21859 1.800 0.0748 1220.00 48.03
: ..Pieza Colada No. Parte ‘ o Descripcitn Nofima de Calidad / Grade/ Subnorma
{Piece) {Heat) (Part) (Dascription) {Quality Norm / Grade f Sub-Norm)
. 2A088185CT100 1312251720 ROLLO FRIO RECOCIDO TER/A 1008 CS TIPO B/GAB (V 2006 REV 1)
Propiedades mecinfcas iongitudinales {Longitudinal mechanical properties}
Pieza Colada - Tensién
(Piece} - . (Heat) {Stee| Stress)
' : %Elongacion RC (¥P}1 RT (TS} 2
{%Etongation) MPA [KSI} MPA (ng
| 2A088185CT100 [* 1312251720 41 187/ (27.1) 306/ (44.4)
ES

Ensayos de Calidad def Acero {Steel Quafity} ' ,

‘Pieza Colada Dureza .

(Piece) {Heat) {Hardness)

s (HREW) 4 *
|_2A0881850T1DD I 1312251720 a8
1. RC i¥YPY: Rasistencia a la cadencia (Yiald Pointl - 2. RT (T8} Rasistencia a la tensiom (Tension Stranahty 3. TT (TT): Tratamiento Termico {Termiicat Treatment) ] 4. HRBW: Rockwell B ldentader da WG
Observaciones (Comments): Firma (Slgnature)
”
: ’)475“ ”
Cerlificamos qus sl material aqui descrite ha side inspeca y do por personal autorizade it e del area de factura con resuitades satisfactorios an concordancia con la norma ariba descrita. Propiedades Macanicas
bajo {as normzs ASTM A370, E8, E18, E517. £646. EN-10002. E23, JIS Z 2241 seglin réquerimienio y peso de cepa bajo ASTM 80, Analisis Quitnice bajo i nérma ASTM E 41571019/ A 751, Wa cerlify that the material described has been = ™~ . i
.. .. lested and.inipected by authorized personal independent from the manufacturing depariment with satisfactory results.in.accordénee with requirements of the above spemfcallnn Mechan!cal Properties as ASTM A370, EB, E18,E517, 646, s Sl e o Ing. Antanio Mani

EN- 10002 E23, JiS Z 2241 as requerired and coating weight with ASTM ASD. Chemical Analys's as ASTM E 415/ 10187 A 751. Ternium Labs

Page 1af 2



; P EN102043.1-150104143.18  CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE . ORIGINAL
é m Fckdbitunl) o ' ' : Fecha de emision (Dats of issua) '
e e | @ e G A0 A0 e
R.F.C. TME-840740-TR4 o ' ‘ .
Av, Universidad No. 892, Calonia Cuauhtémoc, San Nicelas de los Garza, N.L. i N° {(Document number) ' " .
Codigo Postal 66450 Telsfono: +52(81)8320-8500 TX224799 ‘ S 0000006222171

Calidad del Acero - Anélisis Quimico {%) {Steel Quality - Heat Analysis <o -,

Colada c Mn P 5 51 Al v Ti cr Ni Mo B Cu ch
(Heat} ) . ) )
[ 1312251720 0.055 0.323 4,004 0.004 0.013 0.028 0,001 0.000 0.011 016 0.002 0.0000 £.040 0.000
~
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1. RC (YP): Resistencia ala cedencla (Yield Pointh - 2. RT (TS): Resislencia a |él tensidn {Tension Strenoht)y . 3. TT {(TT1: Tratamlento Termico (Termical Treatmentl © 4. BRBW: Rockwell B Identador de WC

Observacionas (Comments); Firma {Signature)

. ’)ofw'_

Certificarnos 4ue el materfal aqus’ descrito ha sido inspeccionado i ansayade por personat autorizado independlente del &rea de manufactura con resultados safisfactotios =n Goncordancia con 1a norma ammiva descrita. Propiedades Mecdnicas
bajo las.pormas ASTM A370, E8, E18, £517, E646, EN-10002, E23, JS Z 2241 seglin requetimiento y peso de capa bajo ASTM 90." Afiafisis Uutmico bajo la norma ASTM E 415/ 1019 / A 751, We certify that the material desctibed has bean’ : -

.. tested and fospecisd by autharized personal independent from the manufacturing department with satisfactory results in.accordangeith requiremenls of the ahove specification. Mechanical Properties as ASTM A370, E8, £18, E517,.E646, . ... .. . - . ... .Ing. Antonic Mans
EN-10002, E23, JIS Z 2241 as raquarired and coating weight with ASTM A90. Chemical Analysis as ASTM E 415/ 1019/ A 751.- ) " Terium Labs
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