EN1020431-150 10474318 CERTIFICADO DE CALIDAD - MILLTESTCERTIFICATE S o ORIGINAL

e . Fecha de emislén (Date of issus)
TERNIUM MEXICO, 5.A. DECYV : ’ - i - (DMA) 31/01/2014
R.F.C. TME-840710-TR4 . : '
Av. Universidad No: 592, Colonia Cuauhtémac, San Nloolés delos Garza ML B . . N° {Document number) - : .
. Cédigo Postal 66450 Teléfono: +52(81)8320-8500. - TX229691 ‘ o 0 000 0 022609 3 0
Cédige cliente {Customer ID} ' v | Pedide No. {Sales Crder) - - Orden de compra (F'urchase urder}
i HG00232500 : ) I . . 0101008289 - | 16951
Cllente {Customer) + . Remision (Delivery) Meadio de transporte (Means of transport}
PLESA ANAHUAC Y CIAS, 8.A. DECV. . 100000226930 . ’ CAMION
Direccién (Address} - Piezas Totales (Tctal piaces) Punto de despacho {Delivery plant)
AV.VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN . . 2 - Churubusco
Diescripcidn de la mercaderia (Goods description} .
ROLLG FRIO RECOCIDO TENSONIVELABO . T ’ ) ’ - : -
Datos Generales {General Data) . . ’ ’ C -
Pieza Colada Peso : Espesor . " Ancho
" (Piece) . (Heat) . ) {Weight) IS {Thickness) ’ {Width) -
- kg b |~ mm in- | -mm . in
3A123766CN100 1323022012 7200 . 15873 0610 0.0240 | 91500 = 36.02
JA123766CN101 1323022012 7339 . 16621 0.610 0.0240 915.00 36.02 : . . ‘
. § .
Pieza Colada o N MNo. Parte : : . ‘Descilpeion - . . © . - Nonmade Calidad LGrado { Subnanma:

_ (Piece) {Heat) i {Part) : . {Description) . . : {Quality Norm'/ Grade { Sub-Norm) -~ -
3A123766CN100 1323022012 RFR1008_24X3 ’ . ROLLO FRIQ RECCCIDO TENSONIVELADC ] TER/A 1008 CS TIPO B/GAB (V 2008 REV 1)
3A123766CN1 1323022012 ) RFR1008_24X3 . i ROLLO FRIO RECOCIDO TENSOMIVELADO TER/A 1008 €5 TIPO BIGAB (V 2008 REV 1)

Propledades mecanicas longitudinales (Longitudinal mechanical properties) .
Pieza . Colada’ - Tensién ‘ '
(Piece) ' (Heat) . (Steel Stress)
N %Elongation RC [¥P} 1 RT (T5) 2

{%Etongatien) | MPA (KSI) MPA (KSi) -
[ 3a1 237680N100 [ 1323022012 35 205/(29.7) 352/(51.0)
| 3A123766CN102 | 1323022012 35 205/ (29.7). 352/(51.0) .

“
N . . . i
1. RC (YP1: Resistencia a la cedendia {Yield Point) . 2.RT fTS):' Resistencia a la tensidn (Tension Strenaht} 3. TT [TTY: Tratamiento Termica (Termical Treatment) 4, HRBW: Rogkwé!l B Identador de WC
Qbservaciones (Commanl_s): P ) . . - . . . o Firma {Signature)
- . h P s
. 7"75“ ”

Certificamos gue i material aqui descrito ha sido inspeccionado y ensayado por forizado i del drea de 1a con restitado: factogos en cancordancia ¢en fa norma amiba descrita, Propiedades Mecénicas )
bajo las narmas ASTM A370, E8, E18, ES17, E646, EN-10002, E23, JIS Z 2241 segun requerimiento y peso de capa bajo ASTM 90, Andlisis Quimico bajo la norma ASTME 415/ 1019.’A 751. We cerlify that the material described has besn 7 . . . N
testad and inspected by autherized personat independent from the manufacturing department with satisk: ¥ results in dance with reguirements of the above specifr v M Properties as ASTM A370, EB, E18, E51? 645, E Ing. Arltqnlo Man,
EN-10002Z, £23, JIS Z 2241 as requernred and coaling weight with ASTM ASD. Chemical Analysis as ASTM E 4157 1019/ A 751 . = Temium Labs
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0000

Fecha de emisién (Data of issue}

ORIGINAL

1. RC (YPY: Resislencia a ia cedencia. (Yiald Pointh ©

2. RT {TSY: Reslstencia a a tenslon rreﬁsian Strenaht)’

3. TT(TTI: Tratamiento Termico [Yermical Treatmeant)

TERNIUM MEXICO, S.A. DEC.V ’ (DMA)  31/01/2014
R.F.C. TME-840710-TR4 . N
Av. Universidad No. 992, Colonia Cuauhtémoc, San Nicolas de los Garza, N.L, N* {Document number)
Cadigo Postal 66450 Telsfono: +52(81)8329-8500 TX229691 0000002286 9 30
Ensayos de Calidad del Acero {Steel Quality) -
Pieza : Colada’ ~ " Dureza i
{Piace) {Heat) [Hasdness)
, Y. crEw)4 ' :
[ BA123766CN100 | 1323022012 6. .
| 3A123766CN101 | 132302202 48 ’ -
Calidad det Acero - Analisis Quimico (%) (Steel Quality - Heat Analysis (%)) ]
Colada © Mn P s | s al v B cr Ni- Mo B Cu cb ’
{Heat) . . . - ’
{ 1323022012 0.080 0.345 0.008 0.005 0.014 0.032 0.002 0.001 0.008 0.02¢ 0.001° 0.0001 0.009 0.0c0

4. HRBW: Reckwell B Identador de WG

Observaciones (Comments):

Firma {Signature}

N | s
Do

-/ Certificamos gue el material aqui’descrito ha sido ifispacciohade y ensayado por personal izato independi del drea de

tested and i d by
EN-310002, E23, JIS Z 2241 as requarlred and coating welght with ASTM ASD. Chemical Analysis as ASTM E 41571019/ A 751.

ira con resiiitados satisfactorios en Donmrdancm con la normz arriba descrita, Propledzdes Mecdnicas

. bajo las nannas ASTM A37D, ES, E18, E517, Eﬁdﬁ. EN-10002, E23. JIS Z 2241 segun requerimiente y peso de capa bajo ASTM 90. Andlisis Quimico bajo la norma ASTM E 41511019 IA 751. Wa certify that the materiz| described has been
from the manufacturing department with satisfactory results in accordance with reqitirements of the above spedificaion. Mechanical Pmpsrtles as ASTM AX70, E8, E18, E517, £646,

Ing. Antonic Man? .
Ternium Labs -
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