CERTIFICADO DE CALIDAD - MILL TEST CERTIFIGATE * ORIGINAL

1

IR EN10204 3.1 - IS 10474 3.18
Y Ternium
TERNIUM MEXICO, 5.A. DE C.V

R.F.C. TME-840710-TR4
Av. Universidad -Ne. 992, Colenia Cuauhtémog, San Nicolas de los Garza, N.L.

Facha de emisién {Date of issue)

{DMA) 31/01/2014

N® {Dacument number)

TX229690

* Cédigo Postal 66450 Teléfono: +52(81)8329-85G0

000002260931

Cédigo cliants (Cushmar 10}

HO00232500

- Pedide Mo, (Sales Order)

0101008310

168517

Orden de cﬁmpra {Purchase order}

Cliente {Customer)

PLESA ANAHUAC ¥ CIAS. S.A. DEC.V.

Remlsicn (Delivery)
000000226931

CAMION

Medio de transpoi'fe {Means of transport}

Direccion (Address)

AV, VALLE DE LAS ALAMEDAS 66-0 - TULTITLAN

Piezas Totales (Total pieces)
2

Churubusco

Punto de despacho (Delivery plant}

> Rescripeitn de [a mercaderda {Goods description)
ROLLO FRIGRECOCIRO

Datos Generales (General Data)

Propiedades mecanicas tongitudinales {Longitudinal mechanical properties)

L3

Pieza Colada Tensian
{Piace) (Heat) (Steel Stress)
’ . %Elongaclon RC (YP) 1 RY (¥F3) 2 -
{%Elangation) MPA (KSI) MPA {KSl)
E 2A081708CT100 | 1312246180 39 207 /(30.0) 326 /(47.3)
t 2A081708CT101 | 1312246180 39 207 /(30.0) 326/{47.3)

k]

1. RC IYPY: Resistencia a la cadencia (Yield Paintt

2. RT (TS¥ Resistendia a la tensign (Tension Steenaht)

3. TT (TT: Tratamiento Termico (Termical Trealmenty *

Pieza Colada Peso Espesar Ancho
{Piece} (Heat) {Weight) . -(Thickness) (width})
: kg b mm . in mm in
2ADB1708CT100 1312246180 10059 22176 3.040 0.1197 1220.00 48.03
2A081708CT101 1312246180 7965 17560 3.040 " 0.1197 1220.00 48.023 '
. Pieza Colada No. Parte ' Descripoién Norma de Calidad / Grade / Subnorma

(Piece) . (Heat) {Part) (Description) - {Quality Norm / Grade / Sub-Norm)

2A0B1708CT100 '1312246180 ROLLO FRIO RECQCIDO TER/A 1008 CS TIPO B/GAB (V 2006 REV 1) -
- 2ADB170BCT101 . 1312248180 ROLLO FRIO RECGCIDO TER/A 1008 CS TIPO BfGAB (V 2006 REV 1} - -

4. HRBW: Rockwell B tdentador da WC

Ohservaciones (Commenis):

Firma {Signature}

Certificarmos que al material aqui’ descrito ha sido inspeccionado y ensayado por p

diente del drea de manufactura con resultados satisfactorios en coneardancia con la nomma arriba descrita. Propiedades Mecénicas

bajo las normas ASTM A370, ES E13 E517 E646 EN-10002, E23, JIS Z 2241 segdn reguerimiento y peso de capa bajo ASTM 90. Andlisis Quimico bajo fa nonma ASTM E 4157 1019/ A 751. We certify that the material described has been
dent from the manufacturing department with satisfactory results in accosdance with rsqulmmenls of the above speclﬁcanon Mechanical Properties as ASTM A370, EB E18, E5t7, EE4E

testad and i 1 by

EN-10002, E23, JIS 22241 as requenred and coal|n| weight with ASTM AS0. Cherical Analysis as ASTM E 415/ 1019/ A 751,

. . ; i
P

Ing. Antonio Mani

Temium Labs
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CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE ORIGINAL

m EN10204 3.1 - IS0 10474 3.1B
: . h - Fecha de emisidn {Dale of issus) ]

TERNIUM MEXICO, 5.A. DE C.V (DMA) 31/01/2014 n
R.F.C. TME.240710-TR4
Av: Univarsidad Na, 992, Golonia Guauhtémec, San Nicolés da los Garza, N.L. N® {Document number) . - .
Codigo Pastal 66450 Teléfono: +52(81)8329-8500 TX229690 000000220869 31
Ensayos de Galidad del Acero {Stedi Quality)

Pisza Colada™ - Dureza

(Piece) (Hely) - ~ (Hardness)

s . (HRBW)} 4 . .

[ 2a081708CT100 | 1312246180 © 50
| 2A08170BCT101 | 1312246180 50
Calidad del Acero - Andlisis Quimica (%) (Steel Quality - Heat Analysis (%)} -

Colada [ Mn P s si Al v T cr Ni Mo B Cu cb )

(Heat} -
[ 1312246180 0.058 0.335 0.005 0.004 0.009 0.030 0.003 0.000 0.015 0.023 0.003 0.0000 0.045 0.000

. 3. TT (TTY: Tratamiente Termico (Termical Treatment) 4. HRBW: Rockwell B demtador de WC

3. RG (YPY: Resistencia a la c;:dencia {Yicld Paint)

Observacionas (Commants):

2. RT (TS): Resistencia a la tansidn (Teasion Strensht)

Firma (Signature)

diente del area de

ra con resultados satisfactorios en concordancia con fa nena ariba d Pr .

Gertlficarmos que el materal aqui’ descrito ha side inspeccionade y ensayade por personal autorizado ir

bajo las normas ASTM A370, E8, E18, EST7. E646 EN-10002. E23. 3 Z 2241 segln requeririento ¥ peso de capa bejo ASTM 90, Andlisis Quimice bajo la norma ASTM E 415/ 10197 A 751, We cerify that the malenal described has been
ring department with satisfactory results in accordance with requirements of the abave i i i

tested and inspected by authorized personal i from th,e

Ing. Antonio Man/

Mechanical Properties as ASTM A370, E8, E18, E517, E646,
Ternium Labs
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EN-10002, £23, JIS Z 2241 as raquarired and coating walight with ASTM A28, Chemical Analysis as ASTM E 415/ 10194 A 751




