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Av. Universidad No, 992, Golonia. Cuauhtémoc, San Nicolds de los Garza, N. L
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_EN10204 3.1 - 150 10474 3.1B

Fecha de emision {Date of issue)

(DMA)  13/02/2014

N° (Bocument number)

TX236713

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

0000 A

ORIGINAL

000000233878

Cédigo cliante {Customer D)
HOQ0232500

Pedido No. (Sales Order}
0101044976

Orden de compra {Purchase order)
17370

Chente {Customer)
FPLESA ANAHUAC Y CIAS, 5.A. DECV.

Remlsidn (Dalivery)
000000233578

Meadic de transporte (Means of transpor}
CAMEON

1. RC YPY: Resistencia a la cedencia _fYield Pointy -

2. RT (TS): Resistencia a la tension (Tansion Strenaht)

3. TT(TTx Tratamiento Termico (Termical Treatment)

Direcclén {Addrass) Plezas Taotales (Tetal piaces) Punto de despacho [Delivery plant)
AV.VALLE DE LAS ALAMEDAS 66-O - TULTITLAN 1, Churubusco
Descripcidn de fa mercaderia (Goods description)
ROLLC FRIO RECOCIDO
Datos Generales (General Data) ' .
. | Pieza . (_:oiadé - Peso Espesbr Anchi
‘(Piece) {Heat} (Weight} {Thickness) (Widtn)
: kg Ib mm in mm in
3A144576CT100 370211011 7047 15538 3.040 0.1197 915.00 36.02
Pieza Colada; No.-Part " Descripcién . Norma de Calidad / Grado / Subharma
‘(Piece) * (Hea) | | - {Part} (Description), (Quality Marm / Grade / Sub-Norm)
.. 3A144576CT100 370211011 ROLLO FRIO RECOGIDO SAE J403/1008 (V 2001 REV 1)/
. 1
. Calidad del Acero - Andlisis Quimico {%} (Steel Quality - Heat Analysis (%))
" Colads - c | Mn P s si Al v T or Ni Ma Cu tb
(Heat) : . ‘
L 3rg21:011 0.082 0.11 0.008 0.007 0.018 0.0589 0,002 4.001 0.017 0.015 4.003 0.033 0.002

4, HRBW: Rockwell 8 identador de WG -

Qbgervaciones (Commants):

Firma (Signature}

Cettificamos que al matsrial aqul descrito ha sido Inspecclonado y ensayadoe por personal autorizado independlente def drea de manufactura con resultadas satisfactorios en concordancia con la norma arriba descrita. Propledades Mecdnicas
kajo las nonmas ASTM A370, EB, E18, E517, E646, EN-10002,'E23, 43 Z 2241 sutjon requerimianto y peso de capa baje ASTM 90. Analisis Quimita'baje fa norma ASTM E 41571019 4 A 751, We Eertily that the material described has been .
tested and Inspected by authnnzed persunal |ndependent trum [he manufactgnng dgparlrnent with satistactery results in accordancs with requwremanta’oﬁ the abave specificatio! V_Mfzdmmcal Pmnemas as ASTM A370, EB, E18, E517, EB46, o T oevar

EN- 10002 E23, JIS Z 2241 as requanraﬂ and coating welghl with ASTM ATD. Chemical Analysds as ASTM E 415 F1malA 754.
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