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000000235576

Fecha de emislén (Date of issue)

(DMA)  16/02/2014

'
N° (Document number}

TX238412

TERNIUM MEXICO, 5.A.DE C.V

R.F.C. TME-840710-TR4 -

Av. Universidad No. 892, Colonia Cuauhtémos, San Nicofés de los Garza, N.L.
Codige Postal 66450 Teléfono: +52(81)8329-8500

Cédigo cliente (Customar ID)
HOG0232500

Pedldo No. {Sales Order) Orden de compra (Purchase order)
0141008310 . 16951 .

Medio de transporte {Means of transport)
CAMION

Ciiente {Customer)
PLESA ANAHUAC Y CIAS. S.A. DEC.V.

Remlslan (Delivery}
000000235576

Direccién (Address) Piezas Totales {Total piecas) Punto de despacho {Delivery plant]‘

AV.VALLE DE LAS ALAMEDAS 66-O - TULTITLAN . 1 Churubuseo .
Descripcion de la mercaderia {Goods description) L - ]
ROLLO FRIO RECOCIDC ’
Datos Generales (General Data)
Pleza " Colada Peso Espesor. . - Ancha. -
(Piece) {Heat) (Weight) " . {Thickness)} (Width) ) : E '
. kg b - .mm ~in _mm- Jin
2A068106CT100 1310234400 8109 17877 2.660 0.1047 1220.00 43.03
"Pieza Colada No. Parte . Pr - Descripeidn v MNormma de Calidad / Grado / Subnorma
(Piece}’ . (Hea) | {Part) S P (Description) . . 7 @ (QualtyNorm) Grade / Sud-Nerm) S
2A088106CT10G 1310234400 ROLLO FRIO RECOCIDO TER/A 1008 CS TIPO BIGAB (V 2006 REV 1}

Propiedades mecanlicas longitudinales (Longitudinal mechanical properiles)

Pieza . Colada Tenslon
{Piaca) - " [Heat) {Steel Stress)
’ %Elengacion RC {YP}1 RT(T8) 2
{%Elongation) MPA (KSH} MPA (KSI)
| 2A068106CT100 | 1310234400 36 228 {33.1) 343/ (49.8) -

Ensayos de Calidad def Acero {Steel Quality}

Pieza Colada Dureza
{Piece) ) (Heal) {Hardness)
{HREBW) 4
[ 2a088106CT100 | 1310234400 57
.
1. RG {¥PY: Resistencia ala cedea;lcia {Yield Point} 2. RT (TSY: Resistericia a la tenslén (Tension Strenahty 3. TT.(TTx: Tratamiento Termico (Termical Treatment} 4. HRBW: Rockwell B ldentador de WG
Observaciones (Comments): Firma (Signatura)
L”
’ Clar

Certificamos que el material aqui’ descrito ha sido insg o rn-m v yado por p ilorizado independiente del 4rea de factura can resuitados satisfactorios én concordancia con la nofia arriba descrita. Propiedades Mecanicas
bajo las normas ASTM A37¢, EB, E18, E517, EB46 EN- 10002 E23, JIS Z 2241 s8gin requenmnenln ¥ peso de capa bajo ASTM 90, Andlisis Quimico bajo fa norma ASTM E 415 11019 1 A 751. We certify that the material described has been™=+* -~ -~ - -
tested and inspected by authorized personal i sndent fron the ing departmient’ Mt%rs‘ansractury results inl accordance with requirements of the above spsmﬁcatlnn Me'ihanlcal Propejties as- AST /A7 Bt £.18, E5I?; EG46, lng Antonio Maq;
EN-10002, E23 JIS Z 2241 as requerired and ouaung welghl with ASTM AS0. Chemical Analysus as ASTM E 415710197 A 751, Ternium Lahs
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: . . " Fecha de emisién (Date of issue)
mmEe [
R.F.C, TME-840710-TR4

Av. Universidad No, 992, Colonia Cuauhtémoc, San Nicolds de los Garza, N.L. . N° (Bocument number)

Godigo Postal 66450 Teféfono: +52(81)8329-8500 _ - TX238412 o ) 000000236505 7E86

Calidad del Acero - Analisis Quimico (%) {Steel Quality - Heat Analysis (%))

Colada - - [ Mn P s sl Al v Ti cr Ni Mo B Cu cb
{Heat) . ) A N
- [_1310234400 0.055 0.338 0.004 £.006 0,008 0.028 0.002 0.000 0.010 0013 | 0.000 0.0000 0,037 0.000
n vom
- )
%
1. RG (YPY: Resistancia a 1a cedencia (Yield Point) 2. RT (TSI: Resistencia a la tension (Tensicn Strenaht) 3. TT {171 Tratemiento Termico rl'armieal Treatment) . 4. HRBW: Rockwsll B ldantador de WG

Observaciones (Gomments): Firma (Sinnature)

: Ww'

Cartificamos que el matarial aqui descrite ha sido inspecclonado y ensayado por personal autorizado independiente del 4rea de | f: cGn isf: eri concordansia ton la norma arriba deserita. Propiedades Mecanicas
R ‘vﬁa;u fasnorinas ASTM A370,'E8, E18, E517, E646, EN-10002, £23, JIS 7 2241 ségun reqaerimiento y peso de caplififaj ASTM 90, “AralisE TG0’ bdjo la nomd ASTM £445 £ 10181 A 781, We ertify that the material describeditagbag s~ e P o ., o .
v W Rakiiciand Inspetted by ; authorized personal independent from the mant it riment with satisfactorjréslifeditateord ance with raquirements of the above specification. Mechanical Prap fietias ASTM AST0, ES; E18; Ekﬂj\'*,;’jiﬁiﬁﬂ L . oo A |f‘9- Antorio Manr Db
EN-10002, F23, JIS 22241 35 raquerired and coating weight with AETM AZD, Ghemical Analysis as ASTME 415:’ 1018/ A 751, . Temijum Labs
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