TEIRNIUM_MEXICO, S.A.DECY

EN10204 3.1 - 1SO 10474 3.18

CERTIFICADO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisidn (Data of issue)

ORIGINAL

R

; (DMA)  17/02/2014
R.F.C. TME-840710-TR4 _
Av, Universidad No. 982, Colonia Cuauhtémoc, San Nicalas de los Garza,N.L. N® {Document number)
Cédigo Postal 86480 Teldfana: +52(31)8329-8500 : TX239063 - 0000002 3625E6

Cédigo cllente (Customer ID)
HOG0232500

Pedido No. {Sales Order)
0101044978

Orden de compra {Purchase order)

| 17370

Cliente (Custamer)
PLESA ANAHUACY CIAS: SA.DECV.

Remisian {Delivery)
£00000236256

Medio de transporte (Means of transport)
CAMION

¥

Direccitn (Address)

Plezas Tctales (Total pleces)

Punto de despache (Delivery plant)

AV. VALLE DE LAS ALAMEDAS 66-O - TULTITLAN 2 Churubusco
D ipcion de la ia {Goods description) }
ROLLO FRIOQ RECOCIDO
Datos Gen'eraleS {General Data)
Pieza Colada” Peso Espesor . * Anchix
“(Piece) (Heat) . {Weight) (Thickness)’ {Width} ,
; : kg Ib mm in mm in
. 3A148836CT100 1420167012 6500 14330 - 3040 01197 1220.00 48.03
o 3A149836CT1M 1420167012 6890 15410 3.040 01197 1220.00 48.03
Piaza Calada No. Parte - . Déscripcidn ' Norma de Calidad / Grado f Subnorma
(Place) {Heat) (Part) {Pescription) {Quality Norm / Gradle / Sub-Norm)
3A148836CT100 1420167012 ROLLO FRIO RECOCIDO SAE J403/1008 {V 2001 REV 1)/
3A149836CT101 1420187012 ROLLG FRIO RECOCIDO SAE J403/1008 {V 2001 REV iy
" Calidad det Acero - Anéllsis Quimico (%) -(Steel Quality - Heat Analysis (%))
Colada c Mn P s sl Al v Ti cr - N - Mo Cu cb
. . {Heat} -
[1az0187012 0.062 0.151 0.008 0.005° 0.018 0.025 9.001 0.000° 0.019 0.010 0.0M 0.008 £.000

1. RG (YP: Resistencla a Iz cedencia (Yield Point)

2. RT (TSY: Resistencia a 1a tensién (Tansion Strenaht)

4. HRBW: Rockwell B Identador deé WC

Observaciones-(Comments):

S. TT (TTY, Fratamianto Termico (Marmical Treatment)

v

Firma{Signature)

Certificamos qua sl material aqur descrite ha sido Inspeccionado ¥ ensayadfﬁ por | autorizado i e del drea de a con resultados satisfactorios en concordancia con la norma anfba descrita, Propledades Mecanicas
bajo las normas ASTM A370, EB, E18, E517, E646, EN-10002, E23, JIS Z 2241 sagin requerimiento y pesc de capa bajo ASTM 90. Andlisis Qluimico bajo 1a norma ASTM E 415/ 1019/ A 751. We cerlily that the’ material dascribed has besn
tested and Inspected by authorized personal independent fram tha manufacturing department with satisfactory results in accordance with requirements of the above specification. Mechanical Proparties as ASTM A370, £8, E18, E517, EB46,
EN-10002. E23, JIS Z 2241 as requerived and coating weight with ASTM ASE. Chemical Analysis as ASTM E 415/ 1018/ A 751. . ) )

. . . . . -
Ing. Antohio Mani ‘
Ternlum Labs

Page 1 of 1




