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CERTIFICA_DO DE CALIDAD - MILL TEST CERTIFICATE

Fecha de emisitn (Date of issus)

(DMA) - 11/03/2014

N* (Document number}

TX255281

ORIGINAL

| O

0000002518666

Cédigo cllente (Customer 1D}

HQ00232500

Padido No. (Salaes Order)
0101062016

Orden de compra {(Purchase order)
" 17605

Cliente {Customer)

PLESA ANAHUAG Y CIAS. S.A. DE CV.

Remisidn (Delivery)
Q00000251666

Medio de transporte (Means of transpert)
CAMION

Direccién {Address)

Piezas Totales (Total pieces)

Punte de despacho (Delivery plant)

AV. VALLE DE LAS ALAMEDAS 66-O - TULTITLAN 4 Churubusso B
Descripcidn de la mercaderia (Goods %gscription) .
ROLLOFRIO RECOCIDO i
Datos Generales {General Data)
Piaza ‘Colada . Paso Espesar Ancho
 (Piece) . {Heat} {Weight} {Thickness) (Width)
L 4 kg Ib mm in mm in
2A098521CT 101 1401280740 83186 18338 2.660 0.1047 122000 48.03
2A107242CT101 1402268431 9269 20435 1.500 0.0748 . 122000 48.03
2A107244CT100 1402268431 4139 20148 1,800 0.0748 1220.00 48.03
- 2A107244CT101 1402268431 9489 20920 1.800 0.0748 1220.00 48.03
Pieza Colada’ No. Parte Descripcién Norma de Calidad / Grado / Subnorma
. {Piece) ' (Heat} {Part) {Description) (Quality Nomm / Grade / Sub-Norm)
2A098521CT101 1401260740 ROLLO FRIO RECOCIDO . SAE J403/1008 (V 2001 RE\:F 1y
2A107242CT101 1402268431 ROLLO FRIO RECOCIDO SAE J403/1008 (V 2001 REV 1)/
2A107244CGT100 1402268431 ROLEO FRIO RECOCIDO SAE J403/1008 (V 2001 REV 1)/
2A107244CT101 1402266431 B ) ROLLO FRIO RECOCIRO SAE J403/1008 (V 2001 REV 1)/
Calidad del Acero - Anilisls Quimico [%) (Stesl Quality - Heat Analysis %))
Coiada o [+ Mn P s Si Al v Ti cr | Mo Gu Ch
{Heat} g - ) )
| 1401260740 0.057 0.336 0.007 0.002 0.017 0.028 0.002 | 0.000 0.008 0.01% 0.001 0.026 0.0G0
0.070 0.325 .. 0.005 0,002 0.01% 0.032 0.003 0.000 0.012 0.010 0.000 - 0,028 0.000

| 1402268431

1. RC [YPY; Resistencia 2 la cedencia (Yield Point)

2. RT (T5): Resislencia a a ténsidn (Tansion Strenaht)

3. TT (TTY. Tratamientd Termico (Tarmical Treatment)

4. HRBW: Rockwall B [dentadar de WC

OIJs'ervdonas (Commenls}:

-~

Firma (Signatura)

’)/;76%,’

Cerlificamos gue &f material aqu descrito ha sido inspeccionado y ensayado par personal autorzada ir
baje las nonnas ASTM A370, EB, E18, E51_7. E&46, EN-10002, E23, JIS Z 2241 seglin requerimiento y peso da capa bajo ASTM 90, Analisis Quimica bqio la norma ASTM E 41511019/ A 751. We certify that the maternial described has bean

tested and Ir

from the

turing

with

te del drea de

ory results in

ted by authorized

1ce with requirements of the above sp

ification. Mech

con resultados satisfactorios en cancerdancia con la norma ariba descrita, Prapiedades Mecanicaé

ical Prop

as ASTM A370, E8, E18, E5T7, E646,

fng. Antonio Mani’
Ternium Labs

EN-10002, £23, JIS Z 2241 as requerired and coating waight with ASTM AZ90. Chemical Analysis as ASTM E 415/10%9/ A 751.
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